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Abstract

Background: The toxicity of dusts from mechanical abrasion of multi-walled carbon nanotube (CNT) epoxy
nanocomposites is unknown. We compared the toxic effects of dusts generated by sanding of epoxy composites
with and without CNT. The used CNT type was included for comparison.

Methods: Mice received a single intratracheal instillation of 18, 54 and 162 ug of CNT or 54, 162 and 486 ug of
the sanding dust from epoxy composite with and without CNT. DNA damage in lung and liver, lung inflammation and
liver histology were evaluated 1, 3 and 28 days after intratracheal instillation. Furthermore, the mRNA expression of
interleukin 6 and heme oxygenase 1 was measured in the lungs and serum amyloid Al in the liver. Printex 90 carbon
black was included as a reference particle.

Results: Pulmonary exposure to CNT and all dusts obtained by sanding epoxy composite boards resulted in recruitment
of inflammatory cells into lung lumen: On day 1 after instillation these cells were primarily neutrophils but on day 3,
eosinophils contributed significantly to the cell population. There were still increased numbers of neutrophils 28 days
after intratracheal instillation of the highest dose of the epoxy dusts. Both CNT and epoxy dusts induced DNA damage
in lung tissue up to 3 days after intratracheal instillation but not in liver tissue. There was no additive effect of
adding CNT to epoxy resins for any of the pulmonary endpoints. In livers of mice instilled with CNT and epoxy
dust with CNTs inflammatory and necrotic histological changes were observed, however, not in mice instilled
with epoxy dust without CNT.

Conclusions: Pulmonary deposition of epoxy dusts with and without CNT induced inflammation and DNA damage in
lung tissue. There was no additive effect of adding CNT to epoxies for any of the pulmonary endpoints. However,
hepatic inflammatory and necrotic histopathological changes were seen in mice instilled with sanding dust from
CNT-containing epoxy but not in mice instilled with reference epoxy.

Keywords: Nanoparticles, Nanomaterials, CNT, Nanocyl NC7000, Sanding dust, Epoxy, Matrix nanocomposite,
Inflammation, DNA damage, Liver histology, Lifecycle
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Background

Carbon nanotubes (CNTs) are very promising nanoma-
terials due to their many technically applicable properties.
When CNTs are added to epoxy resins to form epoxy/
CNT nanocomposites, these nanocomposites exhibit im-
proved properties such as increased strength combined
with reduced weight of the product [1, 2]. During the life-
cycle of the nanocomposite (e.g., sanding, abrasion, shred-
ding, incineration) CNTs may be released either as free
particles or as part of a matrix.

Several studies on rodents have shown that pulmonary
exposure to different types of CNTs induces an asbestos-
like toxicological response characterized by persistent in-
flammation, granulomas and fibrosis with low no-effect
levels [3—9]. It has been reported that abrasion particles
from one type of epoxy/CNT composite is not cytotoxic
in vitro [10] but little is known of the toxicity in vivo. The
scientific literature on the toxicity of nanocomposites in
general is very limited: to date, we are aware of five papers
that have reported in vivo assessments of degradation
fragments from other types of nanocomposites such as
paints and lacquer with different nanoadditives [11-14],
and plastic and cement with CNT [15]. In terms of in-
flammation, genotoxicity and histological lesions, none of
these studies report increased toxicity of the sanding dust
or other types of degradation fragments from nanocom-
posites compared to the products without nanomaterials.

Knowledge is currently developing on the process-
specific particle emissions and release of fibrous nano-
materials during the life-cycle processes (e.g., sanding,
weathering, shredding, and incineration) of carbon-
based nanocomposites. Recently, it was shown that sig-
nificant fractions of carbon fibers of m-size diameters
were clearly separated from matrix during industrial-
scale grinding and sanding of layered silica-carbon epoxy
composite [16]. Conversely, sanding of dispersed epoxy/
CNT nanocomposite, using a smaller hand-held sander
in laboratory setup produced only dust epoxy particles
with protruding CNT [17]. The particle distributions
were also found to be similar during sanding of epoxy/
CNT nanocomposites and epoxy without CNTs. Similar
observations has been made in other studies available
[18-21].

The purpose of the present study was to assess the
toxicity, by inflammatory and DNA damaging effect, of
sanding dusts from epoxy composites with and without
CNT for dose-responses following pulmonary exposure
at different time points in mice. In order to be able to
assess if the toxicological changes induced by dust from
epoxy/CNT nanocomposites were similar to changes in-
duced by the pristine CNT, data on the same CNT
(Nanocyl NC7000) as used in the epoxy/CNT nanocom-
posite were included for comparison. Some of the data on
the pristine CNT have been published previously [6, 22]

Page 2 of 20

and these were included for comparison. For the current
study, we produced epoxy boards based on 1) an epoxy
resin product with and without CNT for which we have
full knowledge of content, and 2) an industrial epoxy resin
Epocyl™ with the same CNT but with unknown mass con-
tent of CNT (<20 wt.%) and other additives. Epocyl™ is de-
signed for industrial components, such as rollers, medical
knifes and windmill blades, and for other applications in
the following markets; automotive, sports, marine and
aerospace [23]. For the toxicological testing, we chose to
generate dust by sanding of the nanocomposites because
this is a realistic life cycle scenario and allowed generation
of a sufficient mass of collected dust for toxicity testing.

Results

Physicochemical characterization of particles and dusts
We tested sanding dusts from three different types of epoxy
composite boards with and without CNT: The Danish
Technological Institute provided two epoxy/CNT nano-
composite boards and one epoxy matrix board for the
study: 1) One epoxy nanocomposite contained 0.2 % w/w
CNT Nanocyl NC7000 (EPOXY-CNT), 2) One corres-
ponding epoxy board contained no CNT (EPOXY-REF)
and was considered a reference for the epoxy nanocom-
posite matrix; and 3) EPOCYL"NC R128-04 (EPOCYL)
containing less than 20 wt.% Nanocyl NC7000 (material
safety data sheet [24]). The pristine multi-walled Nanocyl
NC7000 powder (denoted CNT) was included for com-
parison and carbon black Printex 90 (denoted CB) was
included as reference material. Data regarding CNT
NC7000 were published previously and will therefore
not be described in detail [6].

Characteristics of the epoxyboards

Chemical characterisation by WDXRF was performed on
disks cut out of the original boards. It was confirmed by
SEM that these pieces (EPOXY-CNT and EPOCYL) con-
tained CNT (Additional file 1: Figure S1). SEM images
of polished EPOXY-CNT and EPOCYL reveal torn-off
CNT fibers protruding the surface. The appearance of
the composites was very similar. The clustering of the
CNT indicates that CNT in the epoxy were not totally
dispersed.

The elemental composition of the three epoxy mate-
rials was determined in solid disks (4 cm in diameter,
1 cm high) by wave-length dispersive X-ray fluorescence
analysis (WDXRF). The results are shown in Additional
file 2: Figure S2. For comparison, the results for the
CNT Nanocyl powder, previously published in [25], were
included in the figure. For better visualization, only the
upper 0.3 % of the full axis is displayed. The three materials
are chemically very similar; all are composed of 99.8 % C
and between 0.12 and 0.16 wt.% ClI, plus 0.01 wt.% Si. All
three contain Ni, Fe and Cu in trace amounts (<60 ppm).
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There was only a slight difference of less than 0.1 elemental
weight% between EPOCYL and EPOXY-CNT can be ob-
served. EPOCYL contained 0.07 wt% Mo and 0.01 wt.%
Mg, but no Mo or Mg was detected in the two other epoxy
materials, or in NANOCYL or CB. Traces of S and P were
detected in EPOCYL. The CNT-containing epoxy mate-
rials, EPOCYL and EPOXY-CNT, contained traces of Na,
Al and Zn. Also CNT contained traces of Na, Al, Zn and
other metal elements. CNT contributed with Fe and Al
(>3 % in CNT) to the elemental composition of the CNT-
containing epoxy.

Characteristics of the test materials used for the
toxicological tests

Table 1 shows a summary of the key physicochemical
characteristics of the test materials used in our study.
The CB and CNT materials have been presented previ-
ously and we refer to these papers for more detailed de-
scriptions [6, 26, 27]. The airborne sanding dusts were
measured using an Electrical Low-Pressure Impactor
(ELPI) and characterized morphologically by Scanning
Electron Microscopy (SEM). The airborne particle ELPI
number size-distributions peaked at approximately 20 nm
and 700 nm. No apparent differences were observed be-
tween these size-modes of dusts generated by sanding
of CNT-containing or CNT-free epoxy nanocomposites
(Fig. 1). As we have reported before, the 20 nm size-
mode is strongly dominated by particles generated by
the electrical engine in the sanding machine [17, 28].
The 700 nm size-mode is also in good agreement with
the size-distributions and size-resolved particle gener-
ation rates of the same plates studied in regular sanding
tests [17].

Scanning Electron Microscopy (SEM) of the test mate-
rials showed that the sanding dusts from epoxy/CNT
nanocomposites were dominated by angular and sub-
angular particles with upper sizes around 10 m (Figs. 2a
and b). Dusts generated by sanding of the EPOCYL and
EPOXY-CNT had similar general morphology and sizes.
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Fig. 1 Average airborne dust particle size-distributions of the test

materials measured using ELPI

CNT protruding from the surfaces were occasionally
observed in dust sanding particles from EPOXY-CNT
(Fig. 2c), but were abundant in dusts from EPOCYL
(Fig. 2d). The protruding CNTs were clearly longer in
NANOCYL than in EPOXY-CNT samples.

Characterization of particles and dusts in instillation vehicle
Dynamic light scattering

The test materials were dispersed by probe-sonication in
Nanopure-filtered water with 2 % v/v C57BL/6 mice
serum and further diluted by serum-water into the con-
centrations used for instillation. All suspensions used for
intratracheal instillation were analyzed by DLS (Dynamic
Light Scattering). The DLS correlation plots suggested
that the test materials dispersed well in the batch disper-
sions and instillation mediums, but the dispersions were
often unstable as indicated by variable hydrodynamic
sizes as well as trending hydrodynamic zeta-sizes and in-
tensity counts (Table 2). The particle size-distributions of
the sanding dust particles prevented full size-distributions
of the raw dispersions used for instillation by DLS.

Table 1 Overview of samples and average data on key physical chemical characteristics

Sample code NRCWE Product form Particle size* BET specific Total pore volume TGA mass loss Main elemental ng endotoxin/mg
ID number surface area impurities particle®
CNT NRCWE-026 Powder 11+4 nm 246 m?/g 0.80 cm®/g 87 % Al Fe, Co® BD
(diameter)
4+/ 04 um
(length)
EPOXY-REF  NRCWE-034 Sanding dust ND 453 m?/g 0.005 cm*/g 99 % ND 3.43E-05
EPOXY-CNT ~ NRCWE-035 Sanding dust ND 245 m?/g 0.003 cm*/g 99 % ND 412E-06
EPOCYL NRCWE-036 Sanding dust ND 265 m?/g 0.003 cm®/g 99 % ND BD
CB Powder 14 nm¢ 295 338 m?/g° ND ND N (0.82 %), 3.33E-03
H(0.01 %)°

ND not determined, BD below detection limit

3Average particle dimensions by SEM; °Main elemental impurities as determined by ICP-MS [6]; “Endotoxin content in particles/dust determined by Limulus Amebocyte

Lysate test; %According to manufacturer's data; © [26] and [27]
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Fig. 2 SEM-images of sanding dusts distributed onto two-size adhesive carbon tape. Examples of the particle surface morphology. a Overview
showing the typical morphology and particle sizes of sanding dust from epoxy plates (EPOXY-REF), b Sanding dust from epoxy plates without
CNT (EPOXY-REF), ¢ Protruding CNT were rarely observed from BODOPOX added 0.2 % CNT (EPOXY-CNT), d Protruding CNT were frequently

observed from sanding dust particles from EPOCYL added <20 % CNT (EPOCYL)

However, acceptable size-distributions were observed for

CB and CNT.

SEM images of dust in instillation vehicle

The dispersibility of the test materials in the intratra-
cheal instillation mediums was confirmed by scanning
electron microscopy. The morphologies of the sanding
dust particles were verified in the dispersion mediums

where the protruding CNTs were also observed after
sonication (see example in Fig. 2c).

Endotoxin

The endotoxin content in supernatants from particle
suspensions used for intratracheal instillation was mea-
sured using the Limulus Amebocyte lysate enzyme assay
(LAL) as previously described [12]. The amount of endo-
toxin received by mice given the highest tested dose

Table 2 Zeta-average (Zave) and polydispersivity index (PDI) of the instillation mediums as measured by dynamic light-scattering

Dose 486 ug 162 pg 54 ug 18 ug

Sample® Zave (NnM) © PDI o Zave (NnM) © PDI o Zave (NM) © PDI o Zae(nm) o PDI o
CNT-1 142 #6° 0400 *0.019 119 #1 0269 *0008 111 +1 0295 0024
CNT-2 139 4% 0389 *0023 116 £ 0369 #0016 164 +6 0471 0076
CNT-3 140 +2 0415 %0012
EPOXY-REF-1 9831 £07° 0311 #0037 91212 +118° 0424 #0017 %831 +£97% 0281 #0026

EPOXY-REF-2 dg58 *172° 0228 +0.080

EPOXY-CNT-1 91197  #81° 0464 #0067 91035  #50° 0480 #0026 9958 +113% 0465 +0.045

EPOXY-CNT-2 91090  +104° 0445 +0029

EPOCYL-1 dgs57 +08° 0416 +0042 9883 #71° 0477 #0033 9755 #111° 0402 #0049

EPOCYL-2 9785 #59° 0458 +0.054

CB-1 875 04 0205 +0.008

CB-2 90.1 03 0182 *0.008

#The suspension was slightly unstable with less than 5 % change in derived count rate during measurement
PThe suspension was highly unstable with more than 5 % change in derived count rate during measurement
“The numbers refer to different determinations of the same sample

YUpper size of particles in the sample exceeded the upper sizing-range of the DLS
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(162 g for CNT/CB and 486 g sanding dust) was
below 0.01 EU, a dose equivalent to 0.0005 ng endotoxin
or 0.03 ng endotoxin/kg body weight.

Cell count in broncho-alveolar lavage fluid

Mice received a single intratracheal instillation of 18, 54
and 162 g of CNT or 54,162 and 486 g of EPOXY-
REF, EPOXY-CNT and EPOCYL. DNA damage in lung
and liver, lung inflammation and liver histology were
evaluated 1, 3 and 28 days after intratracheal instillation.
Furthermore, the mRNA expression of interleukin 6 (116)
and heme oxygenase 1 (Hmox-1) was measured in lung
tissue and Serum amyloid Al (Saal) was measured in
liver tissue.

To assess the recruitment of inflammatory cells into
the lung lumen, we determined the total number of BAL
cells and the number of macrophages, neutrophils, eo-
sinophils, lymphocytes, and epithelial cells in the BAL
(Table 3). The neutrophil and the eosinophil influx are
shown in Figs. 3 and 4, respectively. Previously published
data on the CNT used in the epoxy are included for
comparison [6].

Sanding dust from all epoxies resulted in increased
numbers of total BAL cells in mice 1 day after intratra-
cheal instillation of all doses (54, 162 and 486 @). Sig-
nificantly higher numbers of total BAL cells were also
observed at all doses in mice 3 days after intratracheal
instillation of the two CNT containing epoxies, while
only 162 and 486 g of the reference epoxy resulted in
increased number of total BAL cells. Only the highest
dose (486 (@) resulted in an increase in the total number
of BAL cells 28 days after instillation of dust from the
three epoxies.

Sanding dust from all epoxies resulted in increased
neutrophil cell numbers in mice 1 day after intratracheal
instillation of all doses (54, 162 and 486 g). Significantly
higher numbers of neutrophils were also observed at all
doses in mice 3 days after intratracheal instillation of the
two CNT containing epoxies, while only 162 and 486 ¢
of the reference epoxy resulted in increased number of
neutrophils. Higher numbers of neutrophils were ob-
served in mice 28 days after instillation of 486 g of dust
from EPOXY-REF, 162 and 486 ¢ of EPOXY-CNT and
486 g of EPOCYL.

In mice instilled with sanding dust from epoxies, sig-
nificantly higher number of macrophages were only seen
3 days after intratracheal instillation of EPOXY-CNT
(486 g) and EPOCYL (162 g).

Sanding dust from all epoxies resulted in increased eo-
sinophil counts in mice 1 and 3 days after intratracheal
instillation of all doses (54, 162 and 486 g). None of the
tested materials resulted in increase in eosinophil counts
28 days after instillation.
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One day after instillation, increased numbers of lym-
phocytes were only seen in mice instilled with the high-
est dose of EPOXY-REF and EPOXY-CNT (486 Q).
Sanding dust from all epoxies resulted in increased
lymphocyte counts 3 days after intratracheal instillation
of the two highest doses (162 and 486 g). In addition,
instillation of 54 g of dust from the two CNT contain-
ing epoxies resulted in increased number of lympho-
cytes. Only, instillation of EPOCYL resulted in increased
lymphocyte numbers 28 days after instillation (54 and
486 Q).

Increased numbers of epithelial cells were only seen in
mice 1 day after instillation of CNT and 3 days after in-
stillation of 486 g of two of the epoxy dusts (EPOXY-
REF and EPOCYL).

Instillation of the reference particle (162 g CB) re-
sulted in a similar response as observed in our previous
study [12, 29-31]: the inflammatory response was neu-
trophil dominated and persisted 28 days post-exposure.
Increased total cell counts were observed at all time-
points.

Thus, pulmonary inflammation was observed for all
tested materials. There were no differences between
mice intratracheally instilled with dust from the CNT
containing epoxy (EPOXY-CNT) and the reference
epoxy (EPOXY-REF) at any time point for any of the
measured cell types, or between the two CNT containing
epoxies (EPOXY-CNT and EPOCYL).

[I-6 and Hmox-1 mRNA expression in the lungs

Sanding dust from all epoxy dusts resulted in increased
11-6 mRNA expression level in lung tissue 1 day after
intratracheal instillation of the two highest doses (162
and 486 g) (Table 4). Significantly increased 11-6 mRNA
expression levels were also observed at the highest dose
in mice 3 days after intratracheal instillation of EPOXY-
REF and EPOCYL, while no increase of the dusts were
seen on day 28 after exposure. There was no difference
in 11-6 MRNA expression levels between mice intratra-
cheally instilled with dust from the CNT containing
epoxy (EPOXY-CNT) and the reference epoxy (EPOXY-
REF) at any time point, or between the two CNT con-
taining epoxies (EPOXY-CNT and EPOCYL).

Sanding dust from EPOXY-REF (the highest dose) and
EPOXY-CNT (all doses) resulted in increased Hmox-1
mMRNA expression level in mice 1 day after intratracheal
instillation, while no increase of the dusts were seen on
day 3 and 28 after exposure (Table 4). There was no
difference in 11-6 mRNA expression level between mice
intratracheally instilled with dust from the CNT con-
taining epoxy (EPOXY-CNT) and the reference epoxy
(EPOXY-REF) at any time point, or between the two
CNT containing epoxies (EPOXY-CNT and EPOCYL).



Table 3 BAL fluid counts in mice 1, 3 and 28 days post exposure to 54 pg, 162 ug and 486 g sanding dust from epoxy and 162 ug CB

Control EPOXY-REF EPOXY-CNT EPOCYL CB?

1 day 0 g 54 ug 162 pg 486 ug 54 ug 162 pg 486 ug 54 ug 162 pg 486 ug 162 pg
Neutrophils (x10%) 9425 378 £50* 1101 £20.8*** 189.3£16.2*** 727 +8.8*** 1544 +£20.1%** 1823 +£222** 420+78** 1497 £12.1%** 1883 £ 152*** 1437 £ 26.1***
Macrophages (x103) 62859 935+ 147 723+16.7 493+638 625+51 706+131 53429 858+95 653+116 414%70 184 + 4 5%
Eosinophils (x10°) 10+£05 194 £37** 51387  281+50**  484+94**  0915+137** 174+85* 176 £5.3** 58.8 + 7.9%** 16.0 £ 7.0** 202 £5.7**
Lymphocytes (x10%) 08+0.2 2810 3610 4612 5219 6627 68 +1.3* 21+06 37%x13 35x12 09+05
Epithelial (x10°) 88+16 90+17 107 +35 137+42 97+25 108+31 131+28 97+22 106+27 134+17 98+21
Total BAL cells (x10%) 828+83 1624 £21.0%* 2480+ 382*** 2850+ 284** 1985+ 111** 3340+29.1** 2730+327** 1572+154* 288.0%222*** 2625+ 199** 193 +264**

3 days
Neutrophils (x10%) ~ 26+12 50+13 409+73%* 945+ 197** 280+84**  262+48%*  1135+27.3%* 105+13* 506 +£86*** 1515+ 17.6%* 1202 +24.4***
Macrophages (x10%) 57.8+58 81.0+125 96.9+10.6 1112+222 780+132 959+ 164 1251+235* 848+86 1469 + 11.8*** 986+ 324 655+ 16.3
Eosinophils (x10%) 53+44 368 +58%* 99.6+228** 303+129* 954 +140** 1395+ 36.1** 32.8+90* 56.5+£221%* 1730+47.7%* 418+95**  438+16.3
Lymphocytes (x10°) 1.7 +06 28+06 296+ 7.1%*  537£242%* 106+29* 34257+  355+219 93+ 35* 255+ 54%*  140+£35** 31+14
Epithelial (x10%) 7115 7007 95+17 219 +24* 85+26 103+30 141+34 119+25 144+26 246 +28* 128+45
Total BAL cells (x10°) 745+88 1325+172 2765+ 343** 3115+ 64.4** 2205+334** 306.0+46.1*** 321.0+67.9** 173.0+30.8** 4105+52.0** 3305+316*** 2544 +28.3***

28 days
Neutrophils (X103) 6842 3414 88+32 29.6 +54** 6917 182+4.1* 302507  53+21 120+24 53.8 +9.8*** 593 +8.6"**
Macrophages (x10°) 603 +5.7 531+111 746+84 1002 +18.3 679127 931+112 99.3+119 509+55 750+59 842+101 1182+295
Eosinophils (x10%) 204+101 185%81 32+07 32+08 88+27 63+34 22+10 100+36 22+09 25+07 17+10
Lymphocytes (X103) 49+16 62+21 57+13 7916 47+14 6.3+08 101+31 10.7+40 64+11 86+13 364 +126
Epithelial (x10%) 9819 118+35 72+26 135+22 78+26 76x18 14627 101+39 110+21 129+28 18030
Total BAL cells (x103) 1023+163 930%192 995+118 1545+ 181** 960%17.0 1315+155 1565+12.8 870+104 1065+75 1620+ 165* 2335%23.7*

Mean + SEM

*p < 0.05 compared to controls, **p <0.01 compared to controls, ***p < 0.001 compared to controls
There were no statistically significant differences between the three sanding dusts at the 0.05 level

#0ne mouse in the 162 g CB group on day 3 post-exposure was considered an outlier because the total number of BAL cells was 10 times higher than the rest of the group. Therefore the BAL results from this mouse

were excluded from the BAL dataset

LEET (9T02) KBOJ0IIXOL 31q14 pUe Bjoied e 19 Jages
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Fig. 3 Neutrophil influx in the lungs. Neutrophil influx in the lungs of mice exposed to 0, 18, 54 or 162 g of CNT (a) or 0, 54, 162 or 486 g of
EPOCYL (b), EPOXY-REF (c) or EPOXY-CNT (d). *, ™, ™" Statistically significant compared to control mice at 0.5, 0.01 and 0.001 level, respectively.
The CNT data has been published previously [6]

Saal mRNA expression in the liver

Since we observed the highest pulmonary inflammatory
response 1 day following intratracheal instillation we
also measured Saal mRNA expression in livers at the
same time point from mice instilled with 486 ¢ of
epoxy sanding dusts or 162 g CB or CNT. Pulmonary
exposure to CNT, EPOXY-REF, EPOXY-CNT and EPOCYL
induced significant increases in the hepatic Saal mRNA
expression levels compared to controls, while there were
no effects in mice exposed to CB (Fig. 5). There were no
statistically significant differences in response between the
three epoxy dusts or CNT.

DNA damage

DNA damage was determined as DNA strand breaks
and alkali labile sites in lung and liver tissue (Table 5) by
the Comet assay.

Lung tissue

Pulmonary exposure to EPOXY-REF induced statistically
significantly increased DNA strand break levels in lung
tissue 1 day after intratracheal instillation of the two
highest doses (162 and 486 g), while there were no

effects 3 and 28 days after instillation. EPOXY-CNT did
not induce any significant increases in DNA strand
break levels. In contrast, dust from EPOCYL induced
significantly increase in DNA strand break levels 1 day
after instillation of 54 and 162 g, and 3 days after intra-
tracheal instillation of 162 and 486 g. There were no
statistically significant differences in response between
the three epoxy dusts. Previously published data on the
CNT used in the epoxy showed that CNT induced pul-
monary DNA damage on day 1 (18 and 54 g) and day 3
(54 and 162 g) [22].

Liver tissue

Compared to the vehicle controls, none of the test mate-
rials induced significantly changes in DNA strand break
levels in liver tissue. There were no statistically signifi-
cant differences between the three sanding dusts.

Liver histology

Several histological changes were observed in the liver
(Fig. 6, Table 6). For mice exposed to CNT, EPOXY-CNT
and EPOCYL, the observed histological changes com-
pared to controls were of the inflammatory, degenerative
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Fig. 4 Eosinophil influx in the lungs. Eosinophil influx in the lungs of mice exposed to 0, 18, 54 or 162 g of CNT (a) or 0, 54, 162 or 486 ug of
EPOCYL (b), EPOXY-REF (c) or EPOXY-CNT (d). *, ™, ™" Statistically significant compared to control mice at 0.5, 0.01 and 0.001 level, respectively.
The CNT data has been published previously [6]

and necrotic types (Table 6). Histopathological findings in
the liver have been reported previously for the CNT-
exposed mice and these were included for comparison
[22]. There was no difference in the type of lesions ob-
served for mice exposed to CNT, EPOXY-CNT and
EPOCYL and the incidences were comparable between
the three groups. The granulomas in the mice instilled
with the CNT or EPOCYL appeared bigger compared
to granulomas in the livers of mice exposed to EPOXY-
CNT. The degenerative changes in the three groups,
observed one and three days after instillation were lo-
cated in the central and middle zone of hepatic lobules.
On day 28 after instillation, these lesions were mostly
located peripherally regardless of the doses and the type
of the test material with CNT.

The histological changes in the livers from mice ex-
posed to EPOXY-REF were similar to the controls with
regard to the lack of the inflammatory and necrotic
changes. For the other types of lesions recorded for the
groups exposed to either CNT, EPOXY-CNT or EPO-
CYL low incidences were also noted in the EPOXY-REF
group. Mice instilled with CB displayed hepatic changes
of the type that we have reported before [12].

Discussion

In the present study, we investigated the dose—response
relationships of inflammation and DNA damage of respir-
able dust generated and sampled directly during sanding
of epoxy boards with (EPOXY-CNT) and without CNT
(EPOXY-REF) 1, 3 and 28 days after a single intratracheal
instillation in mice. In addition, an industrial epoxy prod-
uct with CNTs was included (EPOCYL). Our results show
that pulmonary deposition of epoxy dust results in inflam-
mation and pulmonary DNA damage up to 28 days and
3 days after exposure, respectively. There was no additive
effect of adding CNTs to the epoxy compared to the refer-
ence epoxy for any of the measured pulmonary toxico-
logical endpoints. In contrast, instillation with dusts from
epoxy boards with CNT (EPOXY-CNT and EPOCYL) was
associated with histological inflammatory and necrotic
changes in the liver. These changes were also observed for
CNT-instilled mice but not for mice instilled with dust
from EPOXY-REF.

Study design and dose considerations
We chose to study composite materials reinforced with
the CNT Nanocyl NC 7000 because this CNT is widely



Table 4 Pulmonary mRNA expression levels in mice, 1, 3 and 28 days post-exposure to 54 pg, 162 pg and 486 pg sanding dust from epoxy and 162 pg CB

Control EPOXY-REF EPOXY-CNT EPOCYL CB
1 day 0 g 54 ug 162 ug 486 ug 54 ug 162 ug 486 ug 54 ug 162 ug 486 ug 162 ug
II-6 0.08 +0.02 031+0.19 119 +0.31%** 233 £053%** 145+ 0.87** 232+ 097 1,91 +0.50%** 0.26 +£0.10* 243 +0,09%** 1.35 £ 0.35%** 021+0.07
Hmox-1 526 +0.62 598+15 138+30 192 +2.7** 256+10.2 28.9 £ 49%* 172 +26* 68517 176+38 156+34 6.22+0.89
3 days
II-6 0.07+0.01 011+0.03 051+0.11* 0.6 £0.18*** 011+0.03 033+0.15 090+0.30 014+007 025+0.07 4,00 + 1.28%** 029+011
Hmox-1 395+072 407+0.75 528+13 64717 541+15 911+25 142 +57 732+22 774+26 28377 584+145
28 days
II-6 024 +0.05 013+0.03 021+0.10 0.25+0.08 0.15+0.08 014 +0.05 017 +0.07 015+0.03 011+0.03 033+011 021+0.05
Hmox-1 495+0.72 546+13 933+20 772+13 340084 700+23 738%25 663+10 570+040 129+104 487+16

Normalised mRNA expression level of II-6 and Hmox-1 (Mean + SEM)

There were no statistically significant differences between the three sanding dusts at the 0.05 level
*p <0.05 compared to controls, **p <0.01 compared to controls, ***p <0.001 compared to controls
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Fig. 5 Hepatic Saal mRNA expression. Normalised Saal mRNA
expression levels in the livers of mice exposed to 0 pg (control), 162 ug
nanomaterial (CB or CNT) or 486 pg epoxy dust (EPOXY-REF, EPOXY-CNT
or EPOCYL) 1 day after exposure. ™ Statistically significant compared to
control mice at 0.001 level, respectively. There were no statistically
significant differences between the three sanding dusts at the 0.05 level

used as reinforcement for many different applications in-
cluding industrial components, such as rollers, medical
knives and windmill blades, and for applications in the
following markets; automotive, sports, marine and aero-
space [2, 23]. The tested materials were chosen to repre-
sent a likely scenario of CNT-reinforced materials. In
addition to EPOXY-REF and EPOXY-CNT for which we
have full knowledge on content, we included a commer-
cially available epoxy CNT composite (EPOCYL). The
EPOXY-CNT contained 0.2 % CNT which was the lar-
gest amount of CNT that could be dispersed in the
matrix. According to the safety datasheet, EPOCYL con-
tained less than 20 % CNT. For this commercially avail-
able CNT-enforced epoxy composite we do not have a
corresponding reference product and we do not have
exact information on the contents.

The chosen doses (pristine nanomaterial:18, 54 and
162 g, and sanding dust: 54, 162, 486 @) and time points
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(1, 3 and 28 days) are similar to our previous study on
sanding dusts from paints with and without nano tita-
niumdioxide (NanoTiO,) [12]. In that study, the tested
nanopaint contained 10 % NanoTiO, which made it pos-
sible to compare the toxicity of the NanoTiO,-containing
paint dust to the toxicity of the same amount of both dust
from paint without NanoTiO, and to the toxicity of the
same dose of pristine NanoTiO, (eg. 18 g of pristine
NanoTiO, corresponds approximately to the amount of
NanoTiO, in 162 g of paint). A set-up enabling this com-
parison was not possible in the present study because of
the low CNT content in EPOXY-CNT (0.2 %). Thus the
486 @ dose of EPOXY-CNT should be compared to the
toxicity of less thanl g of CNT and this dose was ex-
pected to be too low to generate a response. Higher doses
than 486 ¢ of sanding dust was expected to result in
overload. On the basis of these considerations and for
comparison, we therefore chose to use the same doses of
epoxy dusts as used in the previous study on paint dusts.
We have not been able to identify any studies on ex-
posure levels to sanding dust in epoxy resin workers in
the scientific literature. However, the dust doses (54, 162
and 486 @) equal pulmonary deposition in mice after 8,
23 and 68 working days of 8 h at the Danish occupa-
tional exposure limit of 5 mg/m? for respirable inert
mineral dust, respectively (assuming that 10 % of the in-
haled mass is deposited in the pulmonary region, volume
of inhaled air per hour 1.8 I/h and 8 h working days).
For comparison, the doses of CB (18, 54 and 162 @)
equal pulmonary deposition in mice after 1, 3 and 9
working days of 8 h at the Danish occupational exposure
limit of 3.5 mg/m?® for CB, respectively, (with same as-
sumptions as above except for a higher pulmonary de-
position of CB in the pulmonary region (33 %)) [29].
When considering the recommended occupational ex-
posure limit for CNTs of 1 g carbon/m? [5], the lowest

Table 5 DNA damage (%T DNA) in lung and liver tissue, 1, 3 and 28 days post-exposure to 54 g, 162 ug and 486 ug sanding dust
from epoxy, 162 ug Printex 90 and control mice

Control EPOXY-REF EPOXY-CNT EPOCYL CB
lday Oug 54 pg 162 g 486 ug 54 pg 162 pg 486 pg 54 ug 162 g 486 ug 162 ug
Lung 325+032 379+030 495+070* 489+071* 437+025 580+074 478+042 553+038* 567+043* 520+046 460+129
Liver 313+047 390+048 402+055 330+036 397+071 308+036 332+048 347+034 343+x023 307+021 330+024
3 days
Lung 428+035 433+036 488+081 445+072 502+074 389+030 430+045 478+054 808+119* 838+215* 475+061
Liver 329+029 33+036 322+044 38+038 325+028 272+024 352+023 307+021 34%023 332+024 362+040
28 days
Lung 471+098 313+031 428+049 483+025 370+030 390+045 572+074 528+093 440+065 728+192 467+073
Liver 378+034 337+035 333+017 278+021 285+027 338+024 317+025 343+041 332+036 363+039 367+055
Mean + SEM

There were no statistically significant differences in response between the three epoxy dusts
*p < 0.05 compared to controls,**p < 0.01 compared to controls
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Fig. 6 (See legend on next page.)
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