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Abstract: Iron oxide nanoparticles are widely prevalent in our aqueous environment (e.g., streams,
seawater, hydrothermal vents). Their aggregation and crystal growth depend on their chemical
surroundings, for instance just a change in pH or salt concentration can greatly affect this. In turn
this influences their properties, mobility, fate, and environmental impact. We studied the growth
of α-Fe2 O3 (hematite), starting from 8 nm hematite particles in weakly acidic (HNO3 ) aqueous
suspension with different states of particle aggregation, using salt (NaCl and NaH2 PO4 ) to control
their initial aggregation state. The samples were then subject to hydrothermal treatment at 100–140 ◦ C.
We followed the development in aggregation state and particle size by dynamic light scattering,
X-ray diffraction, small angle neutron scattering and transmission electron microscopy, and the
magnetic properties by Mössbauer spectroscopy. The addition of NaCl and NaH2 PO4 both led
to aggregation, but NaCl led to linear chains of hematite nanoparticles (oriented parallel to their
hexagonal c-axis), such that the crystalline lattice planes of neighboring hematite particles were
aligned. However, despite this oriented alignment, the particles did not merge and coalesce. Rather
they remained stable as mesocrystals until heat-treated. In turn, the addition of NaCl significantly
increases the rate of growth during hydrothermal treatment, probably because the nanoparticles, due
to the chain formation, are already aligned and in close proximity. With hydrothermal treatment,
the magnetic properties of the particles transform from those characteristic of small (aggregated)
hematite nanoparticles to those of particles with more bulk-like properties such as Morin transition
and suppression of superparamagnetic relaxation, in correspondence with the growth of particle size.
Keywords: mesocrystals; aggregation; hydrothermal crystal growth; α-Fe2 O3 ; hematite; magnetic
nanoparticles; Morin transition; magnetic relaxation

1. Introduction
Within the last decades, it has become clear that aggregation-based crystal growth is an important
growth mechanism for nanoparticles in solutions [1–3]. Moreover, it is also clear that this growth
mechanism often leads to meta-stable anisotropic particle structures such as chains or hierarchical
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structures of attached particles [1,4,5]. These structures (e.g., particle chains) are often taken as strong
evidence that crystal growth is governed by aggregation [1,2].
The driving mechanism, which can lead to oriented crystalline attachment between particles,
can be Coulombic interactions between surface atoms of nanoparticles [3,6], while electrostatic
repulsion between particles, e.g., tuned by pH (low or high), can be used to maintain a stable particle
suspension. By adding ligands and passivating agents, or otherwise changing the particle surface,
one can control the growth [5]. There are several studies about colloidal nanoparticles and their local
environment, which show effects of addition of ions in the synthesis and the changed stability of
otherwise ligand-free nanoparticles. For instance salt in solution screens the charge on the nanoparticle
surface, and thus typically leads to colloidal instability followed by aggregation [7,8]. It is however
not so well understood at the nanoscale how addition of salt may specifically affect the attachment
and crystal growth process. Changing the ionic strength by addition of salts may change not only the
isotropic repulsive potential between the nanoparticles, but also result in anisotropic changes due to
preferential adsorption of ions on specific surfaces. By this mechanism, preferred absorption could be
used to induce oriented attachment of nanoparticles.
In studies of crystal growth, governed by addition of ions, rather than by particle aggregation,
it has been found that growth can be retarded or preferred in certain directions due to addition of
specific ions. In case of hematite (α-Fe2 O3 ), it has been shown that anions such as Cl− , OH− , SO4 2− ,
and PO4 3− have remarkably different effects on the morphology of hematite particles grown by forced
hydrolysis, due to preferred adsorption of anions [9–11]. Also, Livage et al. and Reeves et al. have
demonstrated the influence of inorganic ions such as Cl− , NO3 − and ClO4 − on the shape and size of
hematite and other transition metal oxides [12,13].
Here we study, at the nanoscale, the aggregation of 8 nm hematite (α-Fe2 O3 ) particles in acidic
aqueous suspensions, with different concentrations of NaCl and NaH2 PO4 . Subsequently, the samples
were exposed to hydrothermal treatment such that the effect on growth due to aggregation prior to
hydrothermal treatment could be investigated.
The use of NaCl was inspired by studies of He et al. [14] who showed aggregation of hematite
nanoparticles after NaCl addition, but no nanoscopic details of the particle arrangement. Sugimoto
et al. [9] and others used NaH2 PO4 to control particle morphology during growth of hematite,
and animated by this we chose NaH2 PO4 as a complementary salt to affect aggregation.
Hematite is a common, naturally occurring mineral and the most stable of the iron oxides (often
seen in red soils). It crystallizes in the corundum structure (space group R3c). The magnetic structure
of hematite is antiferromagnetic below its Néel temperature of TN = 955 K [15]. At a temperature
TM ≈ 264 K [16,17], known as the Morin temperature, hematite undergoes a spin-flop transition in
which the spin orientation changes from close to the basal (001) plane to along the hexagonal c-axis.
Between TN and TM, hematite is a canted antiferromagnet with a small magnetization (0.4 Am2 /kg).
Magnetic interactions between particles may play a role in driving oriented attachment. Obviously
magnetic dipole interactions can be important for ferro- or ferrimagnetic particles and can lead to chain
structures and even two- and three dimensional structures [18]. As antiferromagnetic materials do not
possess a net magnetization they are not expected to have any magnetic dipole moment, although,
because of a significant fraction of uncompensated spins, this is not strictly true for nanoparticles
of antiferromagnetic materials. However, for 8 and 20 nm hematite particles, magnetic dipolar
interactions are found to be negligible [19–21].
Despite its short range, exchange interactions can conceivably play a role in the attachment
process. Frandsen et al. [21] estimate the exchange interaction between surfaces of hematite particles
in some cases to be comparable to the chemical surface energy and hence it is possible that the
exchange interaction can be partly responsible for the observed tendency for hematite particles to
attach preferentially on certain faces.
In this study of 8 nm hematite particles, we do not anticipate magnetism to be a driving force for
the aggregation-based crystal growth, but we follow the development in magnetic properties during
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different aggregation states and particle growth, as magnetic changes are indicative of the aggregation
and growth. For instance, hematite particles smaller than 20 nm typically show superparamagnetic
behavior (fast magnetic relaxation), but this tends to be suppressed by inter-particle exchange
interactions [19–21]. Moreover, the Morin temperature is known to be significantly lowered for
particles smaller than 1 µm and the Morin transition is absent at temperatures down to 4.2 K in
particles smaller than 20 nm [15].
2. Materials and Methods
The as-prepared sample of monodisperse hematite particles in aqueous suspension was produced
by a sol-gel method similar to that described by Sugimoto et al. [9], Frandsen et al. [21] and Gilbert
et al. [22]. The particles were suspended in dilute HNO3 (pH ≈ 3.9) which provides an electrostatic
charging of the particles such that the suspension is very stable with a zeta-potential ζ > 50 mV. Sample
concentration of the as-prepared sample is ~2 mg Fe/mL.
Small volumes (2 mL) of as-prepared sample were mixed 1:1 with solutions of 0 to 5.0 mM NaCl
in H2 O or 0.0013 mM to 2.5 mM NaH2 PO4 in H2 O, yielding samples with NaCl concentrations of
0–2.5 mM and samples with NaH2 PO4 concentrations of 0.0007–1.25 mM. Here, the unit M is mole per
liter (mole/L). NaCl dissolves as Na+ and Cl− . NaH2 PO4 dissolved in water is weakly acidic (mainly
due to dihydrogen-phosphate, H2 PO4 − ); when mixed with the nanoparticle suspension (pH ~3.9),
we expect H2 PO4 − to remain as the predominant phosphate ion. The as-prepared sample, with and
without added salts, was heated in PTFE lined autoclaves for 10 days at 100 ◦ C, 120 ◦ C, or 140 ◦ C.
Transmission electron microscopy (TEM) images of the samples, drop-casted and dried on
lacey carbon copper grids coated with ultrathin amorphous carbon, were obtained by an FEI
Tecnai microscope. High-resolution TEM micrographs were obtained by an FEI Titan E Cell 80
300ST microscope.
X-ray diffraction (XRD) patterns were collected on a PanAnalytical diffractometer with a Cu-Kα
source. The XRD samples were prepared by drying the suspension onto a Si sample holder.
Dynamic light scattering (DLS) measurements on sample suspensions were carried out by use of
a Malvern ZetasizerNano.
Small angle neutron scattering (SANS) experiments were performed on the as-prepared sample
and a sample with 2.5 mM NaCl which had not been autoclaved, on the NG7SANS instrument at the
NIST Center for Neutron Research. Three detector configurations (1 m, 4 m and 13 m) were used with
neutrons of wavelength λ = 6.0 Å, spanning a q-range from approximately 0.004 Å−1 to 0.4 Å−1 . Data
reduction (background subtraction, scaling, and circular averaging) were performed using the NCNR
Igor programs [23] and data analysis was performed using the SasView software [24]. Approximately
0.6 mL of sample was loaded in standard 1 mm path length titanium cells with quartz windows and
placed in the sample chamber. A magnet used in a previous experiment produced a magnetic field
of 110 mT at the sample position, which should have no appreciable influence on the suspensions of
hematite particles.
Mössbauer spectra were measured on sample suspensions flash frozen in liquid N2 . The spectra
were obtained using a constant-acceleration spectrometer, cryogen-free cooling down to 18 K, and
a source of 57 Co in Rh. The spectra were calibrated using α-Fe foil. Because of the relatively low
concentration of particles in the suspension the Mössbauer absorption was quite low (1–3%) and
to obtain significant statistics the samples were typically measured for 48–72 hours. The spectral
components were fitted with Lorentzian lines; the magnetically split parts with sextets with line area
ratio 3:2:1:1:2:3, the superparamagnetic relaxed parts with unconstrained single Lorentzian lines.
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3. Results
3.1. The As-Prepared Sample
Figure 1 shows a representative TEM image of the as-prepared sample of hematite nanoparticles.
Generally, the images show rather well dispersed particles but also some aggregates of particles that
may be an effect of the drying process. The particle edges are soft and irregularly shaped, without
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Figure 1. TEM image of the as-prepared α-Fe2O3 nanoparticle sample.
Figure 1. TEM image of the as-prepared α-Fe2 O3 nanoparticle sample.
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Our TEM and XRD results on the size and morphology of the as-prepared sample are in agreement
with previous studies of hematite nanoparticles prepared by a similar method [21,22]; in these studies,
it was found by high resolution TEM and X-ray investigations that the particles on average are
elongated about 40% in the hexagonal [001] direction.

Figure 2. XRD pattern of the as-prepared sample. The tick marks correspond to the
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a mean particle size of 9.5 ± 0.3 nm. A refinement of a model with two particle size parameters was
performed to obtain information about the particle size in the [001] direction and perpendicular to
[001], resulting in particle sizes of about 10.2 nm in the [001] direction and 8.2 nm perpendicular to
[001]. However, these refined particle sizes depend delicately on details in the refined model (e.g.,
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changing
number of background parameters) and their values should not be taken as accurate,
but the size in the [001] direction is consistently refined as larger than in the perpendicular direction.

Figure 2. XRD pattern of the as-prepared sample. The tick marks correspond to the 3 structure of
Figure 2. XRD pattern of the as-prepared sample. The tick marks correspond to the R3c structure
hematite.
of hematite.

Our TEM and XRD results on the size and morphology of the as-prepared sample are in
3.2. Effect of Salt Concentration: Aggregation
agreement with previous studies of hematite nanoparticles prepared by a similar method [21,22]; in
Figure 3 shows TEM images of the sample of hematite nanoparticles with 2.5 mM NaCl. The chains
consist of particles similar to those observed in the as-prepared sample (Figure 1), but the images
suggest that the particles, when in the NaCl rich environment, form a network of long, rather
straight, chains. Some chains are several hundred nanometers long consisting of dozens of particles.
The particles in the chains are not fused together and there may be solvent molecules between the
particles. The as-prepared particles (Figure 1), or those with lower concentrations than 2.5 mM NaCl
(not shown), show no such aggregation effect at the time-scale studied.
The aggregation in the sample with 2.5 mM NaCl tends to be preferentially with the long [001]
axes of the particles aligned, tentatively indicating that the attachment is often crystallographically
oriented. This has been confirmed by high-resolution TEM images. One representative example is
shown in Figure 4a. In the presented image, the most prominent lattice fringes are the ones parallel to
the length of the elongated particle in the upper left corner, which is also shown in the enlarged image
(Figure 4b). The periodicity of the fringes is 2.5 Å corresponding to the d-spacing of the hematite (110)
planes. Since the (110) planes are perpendicular to [001] this confirms that the particles are elongated
in the [001] direction. Furthermore, high-resolution TEM shows that the alignment of the lattice planes
continues from one particle to the next even though there appears to be a gap between the particles
(Figure 4b). This particle configuration remains very stable over time (months).
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Figure 5 shows the particle size distributions (PSDs) measured by DLS for the as-prepared
sample and three different concentrations of NaCl. Intensity, volume and number distributions of
the particle size (hydrodynamic diameter dH ) are shown. The intensity PSD (Figure 5a) shows one
well-defined peak centered at dH = 22 ± 12 nm (here ± denotes the width of the distribution) for
the as-prepared sample. The volume and number distribution (Figure 5b,c) gives hydrodynamic
diameters of dH = 11.8 ± 5.2 nm and dH = 8.8 ± 2.6 for the as-prepared sample. The PSDs for the
samples with NaCl concentrations up to 0.5 mM are essentially identical to that of the as-prepared

Figure 5 shows the particle size distributions (PSDs) measured by DLS for the as-prepared
sample and three different concentrations of NaCl. Intensity, volume and number distributions of the
particle size (hydrodynamic diameter dH) are shown. The intensity PSD (Figure 5a) shows one welldefined peak centered at dH = 22 ± 12 nm (here ± denotes the width of the distribution) for the asprepared
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Figure 6. Small angle neutron scattering (SANS) measurements on liquid samples of hematite
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Figure 7. TEM micrographs of hematite nanoparticle sample with 0.75 mM NaH2PO4. (a) Image of
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increased to 120 °C the PSD changes more significantly to dH = 15.7 ± 6.3 nm. For the sample
PSD is bimodal with two distributions centered about 18 nm and 73 nm.
autoclaved at 140 °C dH is shifted to even higher sizes and the PSD becomes much broader and the
From PSDs of the samples with 0.05 mM and 0.5 mM NaCl (Figure 8b,c) it is clear that increasing
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is increased to 120 ◦ C the PSD changes more significantly to dH = 15.7 ± 6.3 nm. For the sample
autoclaved at 140 ◦ C dH is shifted to even higher sizes and the PSD becomes much broader and the
PSD is bimodal with two distributions centered about 18 nm and 73 nm.
From PSDs of the samples with 0.05 mM and 0.5 mM NaCl (Figure 8b,c) it is clear that increasing
the concentration of NaCl enhances the effect of the hydrothermal treatment, leading to larger
hydrodynamic diameters: With 0.05 mM NaCl the PSDs of the samples heated at 100 ◦ C and 120 ◦ C
are shifted towards larger dH (13.2 ± 5.2 nm and 20.5 ± 7.4 nm) and the PSD of the 140 ◦ C sample is
even more polydisperse than the corresponding sample without NaCl and also shifted to higher sizes
Crystals 2017, 7, 248
8 of 14
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TEM images of the samples heated at 140 °C are shown in Figure 9 for the sample without NaCl
TEM images of the samples heated at 140 ◦ C are shown in Figure 9 for the sample without
(Figure 9a,b) and the sample with 2.5 mM NaCl (Figure 9c,d). From the micrographs it is seen that
NaCl (Figure 9a,b) and the sample with 2.5 mM NaCl (Figure 9c,d). From the micrographs it is seen
the shape of individual particles have changed with the heating. Contrary to the particles in Figures
that the shape of individual particles have changed with the heating. Contrary to the particles in
1 and 3, the particles after the hydrothermal treatment often have sharp crystal facets. Particles
Figures 1 and 3, the particles after the hydrothermal treatment often have sharp crystal facets. Particles
smaller than 10 nm still exist, but generally the particle size has also increased, especially for the
smaller than 10 nm still exist, but generally the particle size has also increased, especially for the
sample aged at 140 °C with 2.5 mM NaCl. For the sample without NaCl heated at 140 °C (Figure 9a,b)
sample aged at 140 ◦ C with 2.5 mM NaCl. For the sample without NaCl heated at 140 ◦ C (Figure 9a,b)
the average particle width and length were measured in the same way as for the as-prepared sample
the average particle width and length were measured in the same way as for the as-prepared sample
in Figure 1 giving particle dimensions of 18 ± 6 nm × 14 ± 4 nm. For the 2.5 mM NaCl sample heated
in Figure 1 giving particle dimensions of 18 ± 6 nm × 14 ± 4 nm. For the 2.5 mM NaCl sample heated
at 140 °C (Figure 9c,d) many particles are larger than 30 nm. After the hydrothermal treatment most
at 140 ◦ C (Figure 9c,d) many particles are larger than 30 nm. After the hydrothermal treatment most
particles are collected in aggregates of more than 20 particles while a few particles are still isolated.
particles are collected in aggregates of more than 20 particles while a few particles are still isolated.
The particle aggregation could be an effect of the drying, however, DLS shows that there are also
The particle aggregation could be an effect of the drying, however, DLS shows that there are also
large aggregates in the suspension. In the sample heated with 2.5 mM NaCl there are almost no
large aggregates in the suspension. In the sample heated with 2.5 mM NaCl there are almost no
isolated particles and there is no sign of the long linear chains of particles seen in the sample before
isolated particles and there is no sign of the long linear chains of particles seen in the sample before the
the hydrothermal treatment.
hydrothermal treatment.
The sample with 2.5 mM NaCl was, after hydrothermal treatment at 140 °C, characterized by
The sample with 2.5 mM NaCl was, after hydrothermal treatment at 140 ◦ C, characterized
XRD. The diffraction pattern is shown in Figure 10. In comparison with the as-prepared sample, the
by XRD. The diffraction pattern is shown in Figure 10. In comparison with the as-prepared sample,
diffraction peaks have become considerably narrower indicating an increased particle size. An extra
the
diffraction
peaks have
considerably
narrower
increased
particle
size. An
extra
phase
was included
in thebecome
refinement
to account
for theindicating
scatteringan
from
NaCl in
the sample.
Again,
phase
was modeled
included by
in the
refinement
to account
for the
from NaCl
the sample.
Again,
data were
a Rietveld
refinement.
Overall
thescattering
model represents
theindata
well. There
are
once again some misfits of the profile shape and there are also two peaks at about 37° and 38° from
an unidentified impurity, but no phase conversion of hematite was observed. The refinement results
in unit cell parameters of a = 5.0337 ± 0.0006 Å and c = 13.7551 ± 0.0012 Å and a mean particle size of
22.9 ± 0.2 nm. A model with two Lorentzian parameters was also refined to this data giving particles
sizes of about 23 nm both parallel and perpendicular to [001].
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data were modeled by a Rietveld refinement. Overall the model represents the data well. There are
once again some misfits of the profile shape and there are also two peaks at about 37◦ and 38◦ from an
unidentified impurity, but no phase conversion of hematite was observed. The refinement results in
unit cell parameters of a = 5.0337 ± 0.0006 Å and c = 13.7551 ± 0.0012 Å and a mean particle size of
22.9 ± 0.2 nm. A model with two Lorentzian parameters was also refined to this data giving particles
sizes
of2017,
about
23 nm both parallel and perpendicular to [001].
Crystals
7, 248
9 of 14

Figure 9. TEM micrographs of samples after hydrothermal treatment at 140 °C. (a,b) Sample without
Figure 9. TEM micrographs of samples after hydrothermal treatment at 140 °C. (a,b) Sample without
Figure 9. TEM micrographs of samples after hydrothermal treatment at 140 ◦ C. (a,b) Sample without
NaCl; (c,d) Sample
with
2.5 mM
NaCl;
(c,d) Sample
withNaCl.
2.5 mM NaCl.
NaCl; (c,d) Sample with 2.5 mM NaCl.

Figure 10. XRD patterns of the 2.5 mM NaCl sample after hydrothermal treatment at 140 °C. The
upper tick marks correspond to the hematite structure, the lower to the NaCl structure.

3.4. Magnetic Properties

Mössbauer spectra obtained at 20 K and 80 K of the samples without NaCl added are shown in
Figure 11. The 80 K spectrum of the as-prepared sample consists of a broad almost single-line feature
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relaxation (this spectral component is a doublet but with two broad lines so closely together that it
is effectively a singlet). After hydrothermal treatment at 100 ◦ C, the broad feature still dominates,
but a small magnetically split sextet is seen (<20% of the spectrum), most likely due to crystal growth.
In the sample heated at 120 ◦ C the sextet component is clearly visible (~50% of the spectrum) and
there is an asymmetry between lines 1 and 6, with line 1 being narrower and more intense than
line 6. The asymmetry is due to the presence of more than one quadrupole shift, a signature that
a Morin transition has occurred in part of the sample, presumably due to crystal growth. For the
sample heated at 140 ◦ C, sextet components are dominant, with the superparamagnetic doublet
reduced to only ~14% of the spectral area; this spectrum contains two magnetically split components,
one with relative spectral area of ~21%, resembling hematite particles with Morin transition, and one
sextet (the remaining ~65% of the spectral area) representing magnetically blocked particles without
Morin transition.
The spectra of the samples obtained at 20 K are all magnetically split (i.e., the superparamagnetic
blocking temperature is above 20 K). The 20 K spectra of the as-prepared sample and the sample
heated at 100 ◦ C are fitted with a single sextet with parameters typical of hematite without Morin
transition. The 20 K spectra of the samples heated at 120 ◦ C and 140 ◦ C are split into two sextets which
indicate, in agreement with the 80 K data, that after the hydrothermal treatment there is a fraction of
the particles in the sample that show a Morin transition and further that this fraction increases with
heat treatment (~12% in the 120 ◦ C sample, ~30% in the 140 ◦ C sample).
Mössbauer spectra of the samples with 2.5 mM NaCl obtained at 20 K and 80 K are shown
in Figure 12. The 80 K spectrum of the sample with 2.5 mM NaCl not subjected to hydrothermal
treatment is dominated by a doublet due to superparamagnetic relaxation, but unlike the spectrum of
the as-prepared sample there is a clear sextet component in the spectrum, presumably an effect of the
aggregation seen by TEM. The 80 K spectrum of the sample with 2.5 mM NaCl heated at 100 ◦ C shows
a more distinct sextet component with a relative spectral area of 50%. For the sample with 2.5 mM
NaCl heated at 140 ◦ C the 80 K spectrum has no significant doublet component, and the sextet is split
into two components with relative spectral areas of ~77% and ~23%, resembling hematite with and
without Morin transition, respectively.
The 20 K spectra of the samples with 2.5 mM NaCl are all magnetically split. The spectrum of the
2.5 mM NaCl sample not subjected to hydrothermal treatment consists of a single sextet with hyperfine
parameters corresponding to hematite without Morin transition. The spectrum is not much affected
by the hydrothermal treatment at 100 ◦ C, but there is a slight increase in the quadruple shift that
might indicate that a small proportion of the sample has reached its Morin transition. At 140 ◦ C, the
spectrum is clearly split into two sextets with relative spectral areas of ~70% and ~30% in reasonable
agreement (within uncertainty) with the result obtained at 80 K (uncertainty is around ±5% on the
area determination).
In summary, the Mössbauer data shows a clear connection between aggregation, crystal
growth and magnetic properties: Initially, in the case of the as-prepared sample, the particles are
superparamagnetic at 80 K, and without Morin transition. These are clear nanoparticle-effects. After
aggregation, relaxation is partially suppressed, as seen from the appearance of the sextet component in
the 80 K 2.5 mM NaCl spectrum. Similar suppression of superparamagnetic relaxation has been seen
before for aggregated antiferromagnetic particles [19–21,27,28], and has been attributed to exchange
coupling between surface atoms of neighbouring particles.
The heat treatment of the as-prepared sample and the sample mixed with 2.5 mM NaCl diminishes
superparamagnetic relaxation and induces a Morin transition in part of the sample. This is in agreement
with growth of the hematite particles beyond 15–20 nm in size as observed by TEM and XRD. Moreover,
in agreement with the observations by DLS (Figure 8) and TEM (Figure 9), Mössbauer spectroscopy
shows that the addition of NaCl significantly increases the effect of the hydrothermal treatment.
After heat treatment in 2.5 mM NaCl at 100 ◦ C, only ~50% of the particles are so small that they are
superparamagnetic at 80 K compared to more than 80% for the sample treated without NaCl. Further,

and XRD. Moreover, in agreement with the observations by DLS (Figure 8) and TEM (Figure 9),
Mössbauer spectroscopy shows that the addition of NaCl significantly increases the effect of the
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4. Discussion
4. Discussion
From TEM, DLS, SANS and Mössbauer spectroscopy measurements we have observed that
From TEM, DLS, SANS and Mössbauer spectroscopy measurements we have observed that
adding NaCl in concentration of 2.5 mM to the acidic suspensions of hematite nanoparticles leads to
adding NaCl in concentration of 2.5 mM to the acidic suspensions of hematite nanoparticles leads
aggregation of the particles. The effect of adding NaCl is a neutralization of the charge on the hematite
to aggregation of the particles. The effect of adding NaCl is a neutralization of the charge on the
particles by the salt ions [14]. With TEM we have seen that the addition of NaCl solution to the
hematite particles by the salt ions [14]. With TEM we have seen that the addition of NaCl solution to
suspension of hematite nanoparticles may lead to the formation of straight chains of these particles.
the suspension of hematite nanoparticles may lead to the formation of straight chains of these particles.
The resulting structures represent a kind of one-dimensional mesocrystals [4,5]. TEM further
The resulting structures represent a kind of one-dimensional mesocrystals [4,5]. TEM further provides
provides clear evidence that the particles in the chains often are crystallographically aligned with
clear evidence that the particles in the chains often are crystallographically aligned with parallel [001]
parallel [001] axes, even though they are not fused together. The chains of crystallographically
axes, even though they are not fused together. The chains of crystallographically aligned particles
aligned particles seem to be very stable (for months) in solution once formed (possibly over days to
seem to be very stable (for months) in solution once formed (possibly over days to weeks). Previous
weeks). Previous work has shown that it is possible to separate hematite nanoparticles, which have
work has shown that it is possible to separate hematite nanoparticles, which have aggregated (not
aggregated (not coalesced) due to drying, by use of grinding or ultrasonic treatment [29], but in the
coalesced) due to drying, by use of grinding or ultrasonic treatment [29], but in the present study no
present study no mechanical (or chemical) tests were made on the stability of the suspended chains.
mechanical (or chemical) tests were made on the stability of the suspended chains.
One could speculate that for instance Cl− ions attach to the particles preferentially on certain
crystallographic surfaces, e.g., specifically (001), and facilitate the preferred arrangement of the
particles, as sketched in Figure 13a. Adsorption of Cl− to specific faces of hematite has previously
been proposed by e.g., Sugimoto et al. [9]. In contrast the addition of NaH2PO4 solution, which also
drives aggregation, do not lead to particles preferentially aligned along their [001] axes. Addition of
NaH2PO4 has previously been shown to lead to different crystal morphologies than e.g., chloride ions
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One could speculate that for instance Cl− ions attach to the particles preferentially on certain
crystallographic surfaces, e.g., specifically (001), and facilitate the preferred arrangement of the
particles, as sketched in Figure 13a. Adsorption of Cl− to specific faces of hematite has previously
been proposed by e.g., Sugimoto et al. [9]. In contrast the addition of NaH2 PO4 solution, which also
drives aggregation, do not lead to particles preferentially aligned along their [001] axes. Addition of
NaH2 PO4 has previously been shown to lead to different crystal morphologies than e.g., chloride ions
during crystal growth [9] possibly because the ions adsorb to different surfaces.
Data further shows that the induced aggregation enhances the effect of the hydrothermal
treatment, presumably because the change in ionic strength brings the particles closer together,
facilitating sintering of the particles (as compared to samples without salt added, cf. Figure 13b).
The particle growth may be ascribed to both particle migration and coalescence and atomic migration
between particles (Ostwald ripening). TEM images show that the effect of the hydrothermal treatment
is growth of the individual particles and a change of shape from pseudo-spherical to faceted.
The faceting is presumably because the thermal energy makes the atoms more mobile and their
random motion leads to the shape of the nanocrystals converging towards their equilibrium shape,
with the faces with highest surface energies least exposed.
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Figure 13. Model of aggregation and crystal growth. (a) Oriented alignment assisted by Cl− ions
Figure 13. Model of aggregation and crystal growth. (a) Oriented alignment assisted by Cl− ions
attached to (001) surfaces of the particles which lead to linear chains, like observed in the TEM images
attached to (001) surfaces of the particles which lead to linear chains, like observed in the TEM images
of the sample with 2.5 mM NaCl, followed by enhanced crystal growth during heat treatment. We
of the sample with 2.5 mM NaCl, followed by enhanced crystal growth during heat treatment. We have
have not observed if any ions are sitting on the (001) particles surfaces so the model is speculative; (b)
not observed if any ions are sitting on the (001) particles surfaces so the model is speculative; (b) Crystal
Crystal growth of the heated samples without salt.
growth of the heated samples without salt.

5. Conclusions
5. Conclusions
In the present study we have found that addition of NaCl to a suspension of well dispersed ~8
In the present study we have found that addition of NaCl to a suspension of well dispersed ~8
nm hematite particles can lead to mesocrystal arrangement of the particles into long linear chains
nm hematite particles can lead to mesocrystal arrangement of the particles into long linear chains with
with parallel [001] axes. Neighbouring particles are crystallographically aligned but not directly
parallel [001] axes. Neighbouring particles are crystallographically aligned but not directly connected.
connected. We speculate that the aggregation of particles into these one-dimensional mesocrystals
We speculate that the aggregation of particles into these
one-dimensional mesocrystals could be
could be associated with preferential attachment of Cl− ions on the (001) surfaces of the hematite
associated with preferential attachment of Cl− ions on the (001) surfaces of the hematite particles.
particles. We find that this mesocrystal structure leads to a partial suppression of the
We find that this mesocrystal structure leads to a partial suppression of the superparamagnetic
superparamagnetic relaxation of the hematite nanoparticles. As the particles are antiferromagnetic
relaxation of the hematite nanoparticles. As the particles are antiferromagnetic with negligible dipolar
with negligible dipolar interactions, the suppression is possibly due to exchange coupling between
interactions, the suppression is possibly
due to exchange coupling between the particles. Conceivably,
the particles. Conceivably, the Cl− ions on the surface of particles could mediate the coupling.
the Cl− ions on the surface of particles could mediate the coupling. Hydrothermal treatment at
Hydrothermal treatment at 100–140 °C leads to growth of the individual particles beyond 15–20 nm.
100–140 ◦ C leads to growth of the individual particles beyond 15–20 nm. The growth induces a Morin
The growth induces a Morin transition in a fraction of the particles and this effect increases with
transition in a fraction of the particles and this effect increases with autoclaving temperature. Since
autoclaving temperature. Since the Morin transition is only induced in samples subjected to
hydrothermal treatment it is probably an effect of the growth of single particles and not of magnetic
order extended over several particles in the mesocrystal-like aggregates. TEM measurements confirm
that samples with Morin transition have a significant fraction of particles with sizes larger than 20
nm. Although addition of NaCl to the particle suspension does not itself induce a Morin transition it
does increase the effect of the hydrothermal treatment, leading to a higher fraction of the sample
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the Morin transition is only induced in samples subjected to hydrothermal treatment it is probably
an effect of the growth of single particles and not of magnetic order extended over several particles
in the mesocrystal-like aggregates. TEM measurements confirm that samples with Morin transition
have a significant fraction of particles with sizes larger than 20 nm. Although addition of NaCl to
the particle suspension does not itself induce a Morin transition it does increase the effect of the
hydrothermal treatment, leading to a higher fraction of the sample undergoing Morin transition. This
can be understood by a reduction of the ionic strength allowing the particles to come closer together
and form mesocrystals which more readily fuse together to form larger single crystals upon heating.
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