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The present disclosure presents a method and a system for 
modifying a surface of a substrate . The method includes an 
act of abrasive blasting of a part of the surface of the 
substrate . In the abrasive blasting , an abrasive media is 
provided to the part of the surface . The abrasive media is 
carried to the part by a first carrier . The abrasive media 
collides with the part of the surface and causes abrasion to 
the part of the surface . In the method , the first carrier 
includes steam . The steam of the first carrier heats the part 
of the surface . 
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SYSTEMS AND METHODS FOR 
MODIFYING SURFACES OF SUBSTRATES 

[ 0001 ] The present patent document is a § 371 national 
ization of PCT Application Serial Number PCT / EP2015 / 
071993 , filed Sep . 24 , 2015 , designating the United States , 
which is hereby incorporated by reference . 

TECHNICAL FIELD 
[ 0002 ] The present disclosure relates to a technique for 
modifying a surface of a substrate , and more particularly to 
a method and a system for modifying a surface of a 
substrate . 

forms a layer , on the surface , of a new material such as a 
mineral of the additive and the substrate . Examples of 
chemical conversion coating include chromate conversion 
coatings especially used for aluminum alloy surfaces , phos 
phate conversion coatings , bluing , black oxide coatings on 
steel , and anodizing . The chemical conversion coatings are 
used for corrosion protection , increased surface hardness , to 
add decorative color , as adhesion promoter primers , and so 
on and so forth . The rate at which the process of building up 
of the coat , e . g . , the layer of the new material or the mineral , 
on the surface of the substrate takes place is increased with 
increasing temperature within a defined range . 
[ 0006 However , the presently used surface modification 
processes either do not heat up the surface and / or the 
surroundings of the surface at all or do not heat up the 
surface and / or the surroundings of the surface to a desired 
degree . Thus , the downstream processes that are facilitated 
by heat or by raised temperatures of the surface and / or the 
surroundings of the surface occur at a slower rate or may 
require additional acts and hardware for heating or providing 
heat to the surface and / or the surroundings of the surface 
before or during these downstream processes . 

BACKGROUND 
[ 0003 ] Surface modifications or modifications of surfaces , 
( such as laminates , metallic alloys surfaces , metal surfaces , 
etc . ) , have been long employed in related industries . Surface 
modification includes bringing , to a surface of a substrate , 
physical or chemical characteristics that are different from 
the ones originally found on the surface of a material before 
subjecting the surface to the surface modification . One 
example of surface modification is cleaning the surface by 
getting rid of any unwanted deposits , such as dirt or oxidized 
layers , ( e . g . , rust , etc . ) . Surface modification also includes 
preparing the surface , ( e . g . , smoothening a rough surface , 
roughening a smooth surface , shaping a surface , removing 
surface contaminants , and so on and so forth ) , for further 
processes downstream . Modification may also include the 
downstream processes such as coating the surface after it has 
been prepared . 
[ 0004 ] Modification of surfaces is done in various ways , 
for example , by using sandpaper or glasspaper , a type of 
coated abrasive that includes sheets of paper or cloth with 
abrasive material glued to one face and is used to remove 
small amounts of material from surfaces , either to make 
them smoother , to remove a layer of material ( such as old 
paint or rust or other oxidization products ) , or sometimes to 
make the surface rougher ( for example , as a preparation for 
the downstream process of surface modification such as 
gluing ) . Another way of surface modification is abrasive 
blasting . In abrasive blasting , a stream of abrasive material , 
also referred to as abrasive media , is forcibly propelled 
against a surface of a substrate under high pressure to 
smoothen a rough surface , roughen a smooth surface , shape 
a surface , remove surface contaminants , and so on and so 
forth . 
[ 0005 ] After cleaning the surface or preparing the surface , 
( for example , by abrasive blasting ) , the surface may be 
subjected to other surface modification methods , say down 
stream surface modifications , such as coating the surface . 
Many of the further uses of a surface subjected to surface 
modification or many of the downstream surface modifica 
tions may be facilitated or positively affected if the surface 
and / or surroundings of the surface are at a raised or higher 
temperature . One example of such surface modification 
process used downstream after abrasive blasting of the 
surface and that is facilitated by raised temperature of the 
surface and / or the surroundings of the surface is a process of 
chemical conversion coating . In the process of chemical 
conversion coating , used mainly for metallic surfaces , a part 
of the metallic surface is converted into the coating with a 
chemical or electro - chemical process , for example , by using 
an additive that reacts with the substrate at the surface and 

SUMMARY AND DESCRIPTION 
[ 0007 ] The object of the present disclosure is to provide a 
technique , in particular a method and a system , for modi 
fying a surface of a substrate in such a way that the surface 
and / or the surroundings of the surface are heated up simul 
taneously along with other acts of surface modification . The 
technique is desired to be simple and cost effective . Fur 
thermore , the system of the technique is desired to be 
compact . 
[ 0008 ] The scope of the present disclosure is defined 
solely by the appended claims and is not affected to any 
degree by the statements within this summary . The present 
embodiments may obviate one or more of the drawbacks or 
limitations in the related art . 
[ 0009 ] According to an aspect of the present technique , a 
method for modifying a surface of a substrate is presented . 
The method includes an act of abrasive blasting of a part of 
the surface of the substrate . In the abrasive blasting , an 
abrasive media is provided to the part of the surface . The 
abrasive media is carried to the part by a first carrier . The 
abrasive media collides with the part of the surface and 
causes abrasion to the part of the surface . In the method , the 
first carrier includes steam . The steam of the first carrier 
heats the part of the surface . Thus , the part of the surface 
which may be subjected to any further modification is 
preheated by the steam of the first carrier during abrasive 
blasting , and the pre - heated surface facilitates further modi 
fications of the type that are facilitated by heat or by higher 
ambient temperatures when such further modifications are 
performed on the part of the surface of the substrate . 
10010 ] In an embodiment of the method , the method 
includes providing an additive to the part of the surface of 
the substrate . The additive is carried to the part by a second 
carrier . The additive interacts with the surface to form a 
coating , for example , the additive reacts with the substrate to 
form a chemical conversion coating , on the part of the 
surface of the substrate . Thus , the part of the surface forms 
the coating or the chemical conversion coating which pro 
tects the surface from corrosion or provides special proper 
ties , such as higher heat resistance , through the chemical 
conversion coating . When forming the chemical conversion 
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coating , the formation of the coating is facilitated by heat or 
by higher ambient temperatures , and because the part was 
preheated by steam of the first carrier , a rate of formation of 
the chemical conversion coating is increased . 
[ 0011 ] In another embodiment of the method , the second 
carrier includes steam . Thus , the part of the surface is further 
heated by the steam of the second carrier . The rate of 
formation of the chemical conversion coating is further 
increased . 
[ 0012 ] In another embodiment of the method , the steam 
included in the first carrier and / or the steam included in the 
second carrier is saturated steam . 
[ 0013 ] In another embodiment of the method , the steam 
included in the first carrier and / or the steam included in the 
second carrier is superheated steam . 
[ 0014 ] . In another embodiment of the method , the super 
heated steam is generated by burning a fuel , for example , 
fuel having hydrogen or hydrocarbon , in form of a burning 
mixture and injecting saturated steam or atomized water into 
the burning mixture . The saturated steam or atomized water 
injected into the burning mixture means injected directly 
into the burning mixture or injected in proximity of the 
burning mixture such that burning fuel has an effect on the 
saturated steam or atomized water , for example , an effect of 
raising a temperature . 
[ 0015 ] In another embodiment of the method , the steam of 
the first carrier and the steam of the second carrier are 
received from a common source of steam . Thus , the method 
is economically implemented and requires lesser compo 
nents to implement , thereby making the method simple and 
cost effective . 
[ 0016 ] In another embodiment of the method , the common 
source of steam is operated at a pressure ranging between 3 
bars and 30 bars , or between 8 bars and 17 bars . This 
provides an advantageous range of pressure for the steam 
used in the method . The pressure of the steam facilitates the 
projection of the abrasive media and / or the additive on to the 
part of the surface . The pressure also helps in imparting a 
force to the abrasive media which is required for effective 
collision of the abrasive media with the part of the surface 
and thus abrasion of the part of the surface by the colliding 
abrasive media is increased . 
[ 0017 ] In another embodiment of the method , the common 
source of steam is operated at a temperature ranging 
between 100 degrees Celsius and 300 degrees Celsius . This 
provides an advantageous range of temperature for the steam 
used in the method . The temperature of the steam provides 
heat that is transferred to the part by the steam of the first 
carrier and / or the steam of the second carrier thereby facili 
tates the heating of the part of the surface . 
[ 0018 ] In another embodiment of the method , the method 
includes providing a protective environment to the part of 
the surface after abrasive blasting and before providing 
additive to the part of the surface or simultaneously with 
abrasive blasting , e . g . , while abrasive blasting is being 
performed . The protective environment is provided by 
enveloping the part of the surface with a non - reactive 
material , ( e . g . , a noble gas such as nitrogen ) , or by envel 
oping the part of the surface with a reducing material , such 
as a reducing gas , ( e . g . , carbon monoxide gas or hydrogen 
gas ) . Thus , the part of the surface that has been subjected to 
abrasive blasting is protected from surrounding factors , for 
example , ambient air which may promote undesired oxida 
tion of the substrate in the part of the surface , or from dirt 

present in the ambient air which may get deposited on the 
part of the surface and interfere with the formation of the 
coating or the chemical conversion coating in the act of 
providing additives to the part of the surface . When using the 
reducing gas , the part of the surface that has been subjected 
to abrasive blasting if gets oxidized again prior to formation 
of the coating , then the part of the surface is reduced by the 
reducing gas before providing additives to the part of the 
surface . 
[ 0019 ] In another embodiment of the method , the method 
further includes providing the substrate wherein the sub 
strate is a metallic substrate . Thus , the method is used with 
metallic substrates and the effectiveness of the method is 
increased because the metallic substrates are at least par 
tially cleaned by the abrasive blasting and are more heated 
than non - metallic substrates such as ceramics . 
10020 ] . In another embodiment of the method , the metallic 
substrate includes aluminum and / or magnesium , including 
aluminum - magnesium alloys . Thus , the method is used with 
aluminum and / or magnesium substrates including aluminum 
alloys and / or magnesium alloys and the effectiveness of the 
method is increased because the aluminum and / or magne 
sium substrates are at least partially cleaned by the abrasive 
blasting of undesired surface layers such as aluminum oxide 
layers formed on the aluminum substrate . The method 
becomes especially effective because aluminum is a soft 
metal . 
[ 0021 ] In another embodiment of the method , the abrasive 
media includes one of alumina grits , steel - based grits , quarts 
or sand , silicon carbide , ceramic granules , plastic , and a 
combination thereof This provides a simple way of imple 
menting the method as the abrasive media are easily avail 
able . Furthermore , the abrasive media are inexpensive , and 
this the method becomes more cost effective . 
10022 ] . According to another aspect of the present tech 
nique , a system for modifying a surface of a substrate is 
presented . The system includes an abrasive blasting module 
and an additive providing module . The abrasive blasting 
module provides an abrasive media to a part of the surface 
of the substrate . The abrasive media is carried to the part by 
a first carrier ejected , along with the abrasive media , from 
the abrasive blasting module . The first carrier includes 
steam . The additive providing module provides an additive 
to the part of the surface of the substrate . The additive is 
carried to the part by a second carrier ejected , along with the 
additive , from the additive providing module . The additive 
interacts with the substrate to form a coating , ( e . g . , the 
additive reacts with the substrate to form a chemical con 
version coating ) , on the part of the surface of the substrate . 
The steam of the first carrier that is provided by the abrasive 
blasting module heats up the part of the surface . Thus , when 
the part of the surface is subjected to further modification by 
providing the additives by the additive providing module , 
the part is preheated by the steam of the first carrier during 
abrasive blasting , and the pre - heated surface facilitates and / 
or higher ambient temperatures facilitate the formation of 
the coating or the chemical conversion coating . 
10023 ] . In an embodiment of the system , the second carrier 
includes steam . Thus , the part of the surface is further heated 
by the steam of the second carrier provided by the additive 
providing module . The rate of formation of the coating is 
further increased . 
[ 0024 ] In another embodiment of the system , the abrasive 
blasting module and the additive providing module are in 
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[ 0028 ] FIG . 1 schematically illustrates an exemplary 
embodiment of a system for modifying a surface of a 
substrate . 
[ 0029 ] FIG . 2 schematically illustrates another exemplary 
embodiment of the system . 
[ 0030 ] FIG . 3 schematically illustrates functioning of a 
component of an exemplary embodiment of the system . 
[ 0031 ] FIG . 4 schematically illustrates functioning of 
another exemplary embodiment the system . 
[ 0032 ] FIG . 5 schematically illustrates functioning of the 
exemplary embodiment of FIG . 4 of the system subsequent 
to the functioning depicted in FIG . 4 . 
[ 0033 ] FIG . 6 schematically illustrates functioning of the 
exemplary embodiment of FIGS . 4 and 5 of the system 
subsequent to the functioning depicted in FIG . 5 . 
[ 0034 ] FIG . 7 schematically illustrates a detailed layout of 
an exemplary embodiment of the system . 
[ 0035 ] FIG . 8 depicts a flow chart of an exemplary 
embodiment of a method for modifying a surface of a 
substrate ; in accordance with aspects of the present tech 
nique . 

fluid communication with a common source of steam . Thus , 
the steam of the first carrier and the steam of the second 
carrier are received or obtained from the common source of 
steam . This makes the system simple . Because the system is 
implemented using the common source of steam , the system 
does not need two separate supplies , and related hardware , 
for the two carriers ( e . g . , the first carrier and the second 
carrier ) . This makes the system cost - effective and compact . 
[ 0025 ] In another embodiment of the system , the system 
includes a moving mechanism . The moving mechanism 
implements a change in relative orientation between the part 
of the surface of the substrate with respect to the abrasive 
blasting module and the additive providing module . The 
change in the relative orientation of the part with respect to 
the abrasive blasting module and the additive providing 
module may either be achieved by moving only the part 
while the abrasive blasting module and the additive provid 
ing module remain stationary , or by only moving the abra 
sive blasting module and the additive providing module 
together and the part remains stationary , or by a combination 
of simultaneously moving the part along with the abrasive 
blasting module and the additive providing module . In this 
embodiment of the system , the abrasive blasting module and 
the additive providing module are in a fixed orientation 
relative to each other . Thus , the system may be used for 
continuously modifying several parts on the surface of the 
substrate . Furthermore , the abrasive blasting module and the 
additive providing module may be operated simultaneously . 
When operated simultaneously , when the abrasive blasting 
module has performed abrasive blasting on the part , say first 
part , the first part is moved by the moving mechanism to 
align with the additive providing module , and while the 
additive providing module performs on the first part , another 
part , say the second part , of the surface of the substrate may 
be aligned with the abrasive blasting module which may 
perform abrasive blasting on the second part while the 
additive providing module is performing on the first part . 
[ 0026 ] . In another embodiment of the system , the system 
further includes a pre - coating protection module . The pre 
coating protection module provides a non - reactive and / or a 
reducing material to the part of the surface of the substrate 
such that the non - reactive material envelops the part of the 
surface of the substrate . The non - reactive material may be 
any material that is inert to the substrate , ( e . g . , a noble gas 
such as nitrogen ) . The reducing material may be any mate 
rial that reduces an oxidized form of the substrate . For 
example , the reducing material may be a reducing gas , such 
as carbon monoxide , that chemically reduces an oxidized 
substrate , such as ferric oxide where iron is the substrate and 
the ferric oxide is the oxidized from of the substrate . Thus , 
the part of the surface that has been subjected to abrasive 
blasting by the abrasive blasting module is protected from 
surrounding factors , for example , ambient air which may 
promote undesired oxidation of the substrate in the part of 
the surface , or from dirt present in the ambient air which 
may get deposited on the part of the surface and interfere 
with the formation of the coating or the chemical conversion 
coating by the additive providing module . 

DETAILED DESCRIPTION 
[ 0036 ] Hereinafter , above - mentioned and other features of 
the present technique are described in the details below . 
Various embodiments are described with reference to the 
drawing , wherein like reference numerals are used to refer 
to like elements throughout . In the following description , for 
purpose of explanation , numerous specific details are set 
forth in order to provide a thorough understanding of one or 
more embodiments . It may be noted that the illustrated 
embodiments are intended to explain , and not to limit the 
disclosure . It may be evident that such embodiments may be 
practiced without these specific details . 
[ 0037 ] It may be noted that in the present disclosure , the 
terms “ first " , " second " , etc . are used herein only to facilitate 
discussion , and carry no particular temporal or chronologi 
cal significance unless otherwise indicated . 
[ 0038 ] The idea of the present technique is a surface 
modification in which at least an act of abrasive blasting is 
performed by using steam along with an abrasive media 
propelled towards the surface to be modified . So along with 
the abrasive media , the steam also interacts with the surface 
to be modified and the result is that the surface gets modified 
by the abrasive media and gets heated by the steam . Thus , 
for further acts of surface modification or for later use of the 
surface for another processes where such further acts of 
surface modification and / or such another processes making 
later use of the surface are facilitated by heat or elevated 
temperatures , the surface and / or its surroundings or ambi 
ence or adjacent atmosphere are at an elevated temperature 
and thus such further acts of surface modification and / or 
such another processes are facilitated . 
[ 0039 ] The technique has been explained hereinafter in 
greater details with reference to FIGS . 1 and 8 , which 
respectively present a system 1 and a method 1000 of the 
present technique . 
[ 0040 ] FIG . 1 schematically presents an exemplary 
embodiment of the system 1 for modifying a surface 4 of a 
substrate 6 . The substrate 6 may be a metallic substrate , 
( e . g . , aluminum alloy ) or may be a non - metallic substrate , 
( e . g . , composites like laminates ) . The phrase ' modifying a 
surface and related phrases as used hereinafter , include , but 
are not limited to , providing to or bringing in , to the surface 

BRIEF DESCRIPTION OF THE DRAWINGS 
[ 0027 ] The present technique is further described herein 
after with reference to illustrated embodiments shown in the 
accompanying drawing , in which : 



US 2018 / 0265986 A1 Sep . 20 , 2018 

from the abrasive blasting module 10 . Furthermore , the 
steam 15 may be heated to temperatures such that at the 
release of the steam 15 from the abrasive blasting module 
10 , the temperature of the steam 15 is between 100 degrees 
Celsius ( ° C . ) and 300° C . The steam 15 may be generated 
at a steam generating unit ( not shown ) , which is capable of 
generating and controlling steam at desired pressures and / or 
temperatures . Such steam generating units , for example , 
boilers with pressure valves and temperature sensors are 
known in the art of boilers and steam generation for indus 
trial use , and thus have not been described in detail herein 
for sake of brevity . 
[ 0045 ] The propelled abrasive media 12 collides with the 
part 2 of the surface 4 of the substrate 6 and chips away or 
scrapes or abrades materials , same as the material of the 
substrate 6 or otherwise or both , from the part 2 of the 
surface 4 . Thus , a physical change is introduced or brought 
into the part 2 of the surface 4 of the substrate 6 which at 
least partially forms the surface modification of the surface 
4 of the substrate 6 . Simultaneously , the steam 15 also hits 
or physically contacts the part 2 of the surface 4 and thus the 
part 2 of the surface 4 gets heated and has a raised tem 
perature compared to an instance of abrasive blasting where 
the steam 15 is not used . As shown in FIG . 1 , the steam 15 
and the abrasive media 12 are mixed with each other before 
propelling out the steam 15 and the abrasive media 12 
together towards the part 2 of the surface 4 of the substrate 

4 of the substrate 6 , physical or chemical characteristics that 
are different from the ones originally found on the surface 4 
of the substrate 6 before subjecting the surface 4 of the 
substrate 6 to the surface modification . For example , ‘ modi 
fying a surface and related phrases include , removing some 
material , whether same as the substrate 6 or otherwise , from 
the surface 4 of the substrate 6 ; adding some material , 
whether same as the substrate 6 or otherwise , to the surface 
4 of the substrate 6 ; or a combination thereof , e . g . , removing 
some material and adding some material , in which the 
material removed and added may be same or different to one 
another and each of the material may be same or different as 
the material of the substrate 6 . 
10041 ] The system 1 includes an abrasive blasting module 
10 and an additive providing module 20 . The abrasive 
blasting module 10 provides an abrasive media 12 to a part 
2 of the surface 4 of the substrate 6 . The abrasive media 12 
is carried by a first carrier 14 . The first carrier 14 includes 
steam 15 . 
10042 ] The abrasive blasting module 10 performs abrasive 
blasting on the part 2 of the surface 4 of the substrate 6 . The 
abrasive blasting module 10 forcibly propels a stream of the 
abrasive media 12 , also referred to as the abrasive material 
12 , towards the part 2 of the surface 4 . The force with which 
the abrasive media 12 is propelled towards the part 2 of the 
surface 4 comes from the first carrier 14 . The first carrier 14 
includes the steam 15 . The first carrier 14 may also include 
other parts such as compressed air ( not shown ) or pressur 
ized air . A part of the energy required to propel or shoot the 
abrasive media 12 from the abrasive blasting module 10 
towards the part 2 of the surface 4 may be contributed by the 
steam 15 of the first carrier 14 . Advantageously , the steam 15 
may be pressurized . 
[ 0043 ] The abrasive media 12 may be any substance in 
granular or gritty form that is physically hard enough to 
remove a material , whether same as the material of the 
substrate 6 or different than the material of the substrate 6 , 
from the surface 4 , mainly from the part 2 of the surface 4 
of the substrate 6 . The abrasive media 12 , also referred to as 
grits 12 , is chosen depending upon the material to be 
removed . For example , when the substrate 6 is aluminum , or 
an alloy of aluminum such as A16060 , the material to be 
removed may be an undesirable layer of aluminum oxide 
formed by oxidation of the surface 4 of the aluminum 
substrate 6 or may be simply part of the aluminum substrate 
6 that may be desired to be removed from the part 2 of the 
surface 4 to prepare the surface 4 or the part 2 of the surface 
4 for further processing such as application of chemical 
conversion coating . The abrasive media 12 may be , but not 
limited to , alumina grits , steel - based grits , sand , silicon 
carbide , ceramic granules , and a combination thereof 
[ 0044 ] The abrasive blasting module 10 is designed as a 
module or unit or part of the system 1 having an opening or 
a nozzle ( not shown ) from which the abrasive media 12 is 
propelled from carried by or along with the first carrier 14 
released with a force towards the part 2 of the surface 4 . 
From the same nozzle or opening , the steam 15 is also 
released as constituent of the first carrier 14 . In an exemplary 
embodiment , the first carrier 14 may be only the steam 15 , 
and in this embodiment , the force with which the abrasive 
media 12 is propelled by the abrasive blasting module 10 
may entirely be contributed by the steam 15 . The steam 15 
may be pressurized between 3 and 30 bars , between 8 to 20 
bars , or between 8 to 17 bars at the release of the steam 15 

[ 0046 ] The additive providing module 20 , of the system 1 , 
provides an additive 22 to the part 2 of the surface 4 of the 
substrate 6 . The additive 22 is carried by a second carrier 24 . 
The additive 22 reacts with the substrate 6 in the part 2 to 
form a coating ( not shown ) or a chemical conversion coating 
27 ( shown in FIG . 7 ) on the part 2 of the surface 4 of the 
substrate 6 . The second carrier 24 may include steam 25 . 
[ 0047 ] The additive providing module 20 performs pro 
pelling of the additive 22 towards the part 2 of the surface 
4 . The propelling may be in form of a spray or a mist , 
wherein the additive 22 is dissolved in the second carrier 24 
or simply as a stream of the additive 22 carried in granular 
form by the second carrier 24 . The force with which the 
additive 22 is propelled towards the part 2 of the surface 4 
comes from the second carrier 24 . The second carrier 24 may 
also include other parts such as compressed air ( not shown ) 
or pressurized air or solvents of parts of the additive 22 . A 
part of the energy required to propel or shoot the additive 22 
from the additive providing module 20 towards the part 2 of 
the surface 4 may be contributed by the steam 25 of the 
second carrier 24 , when the steam 25 is part of the second 
carrier 24 . Advantageously , the steam 25 may be pressur 
ized . 
[ 0048 ] The additive 22 may be any substance or a collec 

tion of different substances having at least one substance that 
interacts physically and / or chemically with the substrate to 
form the coating ( not shown ) on the part 2 of the surface 4 
of the substrate 6 . The substance or the at least one substance 
that interacts with the substrate 6 may interact with the 
substrate 6 in a physical reaction to form the coating or in a 
chemical reaction to build up the chemical conversion 
coating 27 ( shown in FIG . 7 ) . The additive 22 may also 
include additional components such as chemicals that sta 
bilize the coating or the chemical conversion coating 27 , or 
attribute special characteristics to the coating or the chemi 
cal conversion coating 27 such as decreasing porosity , 
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hardening , accelerating the formation of the coating or the 
chemical conversion coating 27 , inhibiting corrosion , and so 
on and so forth . The additive 22 is chosen depending upon 
the material of the substrate 6 . For example , when the 
substrate 6 is aluminum alloy , ( e . g . , A16060 ) , the additive 22 
may include phosphate including substance which chemi 
cally interacts with the aluminum 6 and forms Berlinite 
( aluminum phosphate , chemical formula AIPO2 ) as the 
chemical conversion coating 27 . For another example , when 
the substrate 6 is aluminum alloy , ( e . g . , A16060 ) , the addi 
tive 22 may include silicate including substance which 
chemically interacts with the aluminum 6 and forms Kao 
linite ( aluminum silicate , chemical formula Al , Si , 03 ) as the 
coating 27 . Furthermore , the additive 22 may include sub 
stances that further modify the chemical conversion coating 
27 by acting as catalyst , e . g . , for accelerating a rate of 
formation of the chemical conversion coating 27 , or by 
acting as a passivation material or corrosion inhibiters that 
decrease a rate of corrosion of the coating 27 , and so on and 
so forth . 
10049 ] The additive providing module 20 is designed as a 
module or unit or part of the system 1 having an opening or 
a nozzle ( not shown ) from which the additive 22 is provided 
to or propelled from carried by or along with the second 
carrier 24 released with a force towards the part 2 of the 
surface 4 . From the same nozzle or opening , the steam 25 is 
also released as constituent of the second carrier 24 . In an 
exemplary embodiment , the second carrier 24 may be only 
the steam 25 , and in this embodiment , the force with which 
the additive 22 is provided by the additive providing module 
20 may entirely be contributed by the steam 25 . The steam 
25 may be pressurized between 3 and 30 bars , between 8 to 
20 bars , or between 8 to 17 bars at the release of the steam 
25 from the additive providing module 20 . Furthermore , the 
steam 25 may be heated to temperatures such that at the 
release of the steam 25 from the additive providing module 
20 , the temperature of the steam 25 is between 100° C . and 
300° C . The steam 25 may be generated at a steam gener 
ating unit ( not shown ) , which is capable of generating and 
controlling steam at desired pressures and / or temperatures . 
Such steam generating units , for example , boilers with 
pressure valves and temperature sensors are known in the art 
of boilers and steam generation for industrial use , and thus 
have not been described in detail herein for sake of brevity . 
[ 0050 ] The propelled additive 22 interacts with the part 2 
of the surface 4 of the substrate 6 and forms , ( e . g . , by 
mineralization or deposition ) , the chemical conversion coat 
ing 27 or the coating on the surface 4 in the part 2 of the 
surface 4 . Thus , a physical change and / or chemical change 
is introduced or brought into the part 2 of the surface 4 of the 
substrate 6 which at least partially forms the surface modi 
fication of the surface 4 of the substrate 6 . Simultaneously , 
when the second carrier 24 includes the steam 25 , the steam 
25 also hits or physically contacts the part 2 of the surface 
4 and thus the part 2 of the surface 4 gets further heated and 
has a further raised temperature compared to an instance of 
adding additives 22 where the steam 25 is not used . As 
shown in FIG . 1 , the steam 25 and the additive 22 are mixed 
with each other before propelling out the steam 25 and the 
additive 22 together towards the part 2 of the surface 4 of the 
substrate 6 . The raised temperate in the part 2 facilitates 
formation of the coating 27 . 
[ 0051 ] Furthermore , as seen in FIG . 1 , in an exemplary 
embodiment of the system 1 the abrasive blasting module 10 

and the additive providing module 20 are in fluid commu 
nication with a common source of steam 50 . Thus , the steam 
15 of the first carrier 14 and the steam 25 of the second 
carrier 24 are derived or received or generated from the same 
source , e . g . , the common source of steam 50 . The common 
source of steam 50 may be , but not limited to , a boiler . The 
common source of steam 50 may be connected to the 
abrasive blasting module 10 and the additive providing 
module 20 through a fuel supply line 52 through which the 
steam 15 , 25 flows to the abrasive blasting module 10 and 
the additive providing module 20 . The common source of 
steam 50 may be operated such that the steam 15 , 25 is 
pressurized between 3 and 30 bars , between 8 to 20 bars , or 
between 8 to 17 bars in the common source of steam 50 . 
Furthermore , the common source of steam 50 may be 
operated such that the steam 15 , 25 is at temperatures 
between 100° C . and 300° C . in the common source of steam 
50 . 
[ 0052 ] The steam 15 and / or the steam 25 may be saturated 
or superheated steam . The superheated steam may be , but 
not limited to , generated by burning a fuel , ( such as hydro 
gen based or hydrocarbon - based fuels ) , and injecting satu 
rated steam or atomized water into or next to the burning 
fuel such that a temperature of the saturated steam or the 
atomized water is raised . 
[ 0053 ] Referring to FIG . 3 in combination with FIG . 1 , 
another exemplary embodiment of the system 1 has been 
described . In this exemplary embodiment of the system 1 , 
the system 1 also includes a pre - coating protection module 
30 . The pre - coating protection module 30 provides a non 
reactive material 32 and / or a reducing material 32 to the part 
2 of the surface 4 of the substrate 6 . The non - reactive 
material 32 and / or the reducing material 32 is provided to 
the part 2 either along with abrasive blasting by the abrasive 
blasting module 10 or after the abrasive blasting is per 
formed by the abrasive blasting module 10 . The non - reactive 
material 32 and / or the reducing material 32 provided by the 
pre - coating protection module 30 covers or surrounds or 
envelops the part 2 , by forming a protective environment 34 
surrounding the part 2 , such that the non - reactive material 32 
isolates or seals of the part 2 from surroundings including 
ambient air , impurities , etc . When providing the reducing 
material 32 , the reducing material 32 interacts with any 
oxidized forms of the substrate 6 and reduces the oxidized 
form before the additive 22 is provided to the part 2 to form 
the coating or the chemical conversion coating 27 . 
[ 0054 ] The pre - coating protection module 30 is designed 
as a module or unit or part of the system 1 having an opening 
or a nozzle ( not shown ) from which the non - reactive mate 
rial 32 and / or the reducing material 32 is provided to the part 
2 of the surface 4 and the surroundings of the part 2 of the 
surface 4 . The pre - coating protection module 30 may 
include a non - reactive material supply 36 and / or a reducing 
material supply 36 where the non - reactive material 32 
and / or the reducing material 32 is generated or stored . 
Furthermore , a non - reactive material supply line 38 and / or 
a reducing material supply line 38 may be present in the 
system 1 through which the non - reactive material 32 and / or 
the reducing material 32 is provided from the non - reactive 
material supply 36 and / or the reducing material supply 36 , 
respectively , towards the part 2 of the surface 4 . The 
non - reactive material 32 , for example may be , but not 
limited to , a noble gas such as nitrogen , which when 
provided by the pre - coating protection module 30 covers the 








