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ABSTRACT

Electrical four-terminal sensing at (sub-)micrometer scales enables the characterization of key electromagnetic properties within the semicon-
ductor industry, including materials’ resistivity, Hall mobility/carrier density, and magnetoresistance. However, as devices’ critical dimensions
continue to shrink, significant over/underestimation of properties due to a by-product Joule heating of the probed volume becomes increas-
ingly common. Here, we demonstrate how self-heating effects can be quantified and compensated for via 3w signals to yield zero-current
transfer resistance. Under further assumptions, these signals can be used to characterize selected thermal properties of the probed volume,
such as the temperature coefficient of resistance and/or the Seebeck coefficient.

© 2021 Author(s). All article content, except where otherwise noted, is licensed under a Creative Commons Attribution (CC BY) license
(http://creativecommons.org/licenses/by/4.0/). https://doi.org/10.1063/5.0063998

I. INTRODUCTION

Here, we wish to introduce the 3w technique'? into the context
of micro-four-point probe (M4PP) electrical metrology,® with the
aim of improving the measurement accuracy of the latter via quan-
tification and compensation for the so-called Self-Heating Effect
(SHE).'°** The undesirable heating associated with electrical micro-
probing came to attention in the early 1960s, when the contact
size between the metallic electrodes and the probed semiconduc-
tors dropped below 01 mm.*”** Since then, critical dimensions
of semiconductor devices have shrunk by multiple orders of magni-
tude, while self-heating effects are often intentionally amplified.'>°
Thus, the elimination of undesirable by-products of heating in elec-
trical microprobing has become increasingly relevant'’ and is the
main focus of the present contribution.

Traditionally, the unintentional generation of Joule heat dur-
ing electrical microprobing has been mitigated via, e.g., measure-
ment at sufficiently low'*'® or transient/pulsed currents'’ and/or
via optimization of the probing geometry.'®'° In a recent paradigm
shift, we demonstrated® that the seemingly undesired heating at such
scales is highly reproducible and may be intentionally amplified in
order to quantify the thermal properties of the material stack under
test. Figure 1 summarizes the key highlights from Ref. 9, where an
equidistant micro-four-point probe with a pitch of 10 ym [Fig. 1(a)]
was used to measure the sheet resistance of an ultrathin (16 nm)
Pt film deposited on top of a fused silica substrate. The observed
increase in the sheet resistance with the sampling current was pro-
portional to the current squared in the 0.5-5 mA range [circles in
Fig. 1(b), error bars within symbols]. A semianalytical approxima-
tion predicting this behavior was validated by finite element method
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FIG. 1. The principle of TCR determination using the M4PP.% (a) Numerical simulation (to scale) of a micro-four-point probe measurement of a Pt thin film on fused silica.
The high current density in the vicinity of the two innermost, current-conducting electrodes results in surficial Joule heat and its conduction into the substrate (left color bar);
in turn, locally elevated surface temperatures affect sheet resistivity, the electric field (right color bar), and ultimately, the effective sheet resistance. (b) The measured sheet
resistance of Pt on fused silica (inset) increases linearly with squared rms current ( Cpdwer), deviating from its idealized “zero-current” level by 1.9% at 5 mA. This trend
can be numerically matched (line) via nonunique combinations of several thermal properties, in this case being the thermal conductivity of the substrate (presumed to be
independently known) and the TCR of the thin film (designated as the unknown). Calculated for a presumed electric contact radius of 250 nm, the domain-averaged [Eq. (2)]
and the maximum expected temperatures do also scale linearly with the current squared.

(FEM) simulations [continuous line in Fig. 1(b)]. Furthermore, by
treating the thermal conductivity of the substrate as a known param-
eter, the temperature coefficient of resistance (TCR) of the thin film
could be estimated with an excellent (<2%) precision across multiple
consecutive measurements (Table 1 in Ref. 9).

A classic correction for self-heating effects involves the extrap-
olation of the linear trend in Fig. 1(b) to zero current'’®!* to obtain
the heat-unaffected, “zero-current” resistance Ro. However, such a
correction requires two or more resistance measurements at well-
separated currents. This requirement not only prolongs the mea-
surement time but also exposes the target to potential irreversible
changes at higher currents. Noting that mainstream M4PP metrol-
ogy uses lock-in amplification (LIA) to reduce electrical noise,” here
we explore the possibility of estimating zero-current resistance by
isolating and quantifying the thermally induced voltage component
from higher voltage harmonics. Falling into the broad category of
1lw—2w-3w methods,” our particular M4PP measurement strategy
and 3w correction scheme are briefly outlined below.

Il. THEORY

The following mathematical treatment is a recapitulation of
Dames and Chen.” For further simplification, we shall assume a
slowly varying measurement current (quasi-DC) such that any elec-
trical and thermal lags (e.g., due to electrical and thermal capac-
itances) can be ignored. Thus, the location- and time-dependent
temperature increment AT(r,t) of the probed volume instanta-
neously follows the Joule heat dissipation distribution, which to first
order can be expressed in terms of the position-dependent sample
resistivity %o(r) and current density J(r,t) as %O(r)E](r,t)Iﬁ. Fur-
thermore, using J(r,t) = g,(r)I(t), where I(t) is the instantaneous
current and g;(r) is the measurement geometry-dependent vector

function,” the instantaneous temperature increment can be written
as AT(r,t) = p(r)12(t). Note that Y(r) is a transfer function from
the current squared into temperature, which explicitly depends only
on the probing geometry (and implicitly on the material properties
of the probed volume).

We shall assume a linearized resistivity model %(r,t) = %,(r)
[1+aAT(r,t)], where a is the temperature coefficient of resis-
tivity (TCR), such that the instantaneous transfer resistance R(t)
becomes:

R(t) =  %(r,t)S(r)dQ
Q

%, (N AT (r, 1)S(r)dQ
Joho(NS(dQ ]
= Ro[1 +aATer (D] 1

=Ro[1 +aJ2

Here, Ry is the zero-current transfer resistance, and S(r) is the M4PP
sensitivity to a local change in resistivity,”*° which in this paper is

defined as: ] 5
§(r): (r)” (r)

where J and T are the hypothetical current density and intensity in
an adjoint system with interchanged current and voltage assign-
ments.”?" The function ATes(t) is a domain-averaged “effective”
temperature increment,”® which for M4PP may be expressed as

I A OITONGLe!
ATerr (1) = € QIQ%O(r)é(r)dQ

With this definition of W as a domain-scaled and -averaged yi(r), the
instantaneous transfer resistance becomes

R(t) = Ro[1+ aWI’(D)], ©)

WO =wIP®w. (@
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and the instantaneous measured voltage becomes angle is @4, = m, making R, negative; for a negative a, ¢,, = 0 and
R3y, is positive.
V(1) = R(D)I (L) = Rol (t) + RoalPI3(t). 4) Equation (6) also shows that the zero-current transfer resis-

tance Ro can be recovered from harmonic resistances Ry, and Rsg
If we use a low-frequency sinusoidal measurement current at the by the simple calculation
angular frequency w = 2nf,

Ro = R1y + 3R3. (7)
1(t) = lp sin(wt), (5) . L
The temperature coefficient of resistivity can then be calculated from
the instantaneous measured voltage becomes
g _ 4Rz, _ ~4Rs, _ -4 ®
. . RoWI? Riw + 3R3y)WI2 Riw/R3p + 3)WIZ’
V(1) = Rolp sin(wt) + RoaWI3 sin®(wt) o¥lp  (Ruwo +3Re)¥Wly (Ruo/Rao +3)Wlg
3 . 1 . which is easily derived from Egs. (6) and (7).
= (Ro +  RoaWI)lo sin(ot) + (=5 Roa¥I§)lo sin(3ut) y gs. (6) and (7)
=Riulo sin(wt) + Rulo sin(3wt), (6) 1. MATERIALS AND METHODS
where we have introduced the first and third harmonic resistances, A Samples
defined as Ry, = Ro + %ROGLIJI(% and Ra, = —%RoG‘PlS, respectively. In this study, we focus on four industrially relevant samples,
Note that for a positive a, the expected third harmonic voltage phase including a metallic nanoscale interconnect [Fig. 2(a)], a metallic
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3.0 23.07 -0.18
a) Cu b) Ni .
5541 i °
T r25 Si0; 0.15 ~
g 5521 Si < 2306 Si s
=4 c C o
= 55.0 - F208 F0.12 £
1 T 0 =
2 2 2
G 5481 L4152 ¢ 23.05- 0.09 ©
e 3 < 2
G 54.6 e —— = £ S
® Raw / 3w-corrected 102 2 Raw / 3w-corrected 0.06 ©
S 5441 ®/m Data T2 2 o ®/m Data o
@ —/— FEM model 23 —/— FEM model °
5 542+ 1058 & 0.03 5
w i
54.0—._ o I 23.03 § - - i
53.8 ; ‘ ; ‘ ; ; , ; ; ‘ ;
0 0.2 04 06 08 1.0 0 5 10 15 20 25
17ns (MA?) 17 (MAZ)
L ‘706 1335 L 1 L 1
1365 C) o . d) |os
133.07 .
13.64 Si:B 1055 ° [ " n m .
= ?;o\o 132,51 ‘*’\:\i'"'-""";"".'*'""""*"’_"i""_"-" RS
13.63 1 Lo4s @ LS . - o
% 04 S 2 1320 L Raw / 3w-corrected .05 =
o 13.62 | <3 LI ®/= Data 8
Z 1033 @ 13151 ® e --/-- Linear fit ©
= 13.611 85 Lo L-1.0 2
.‘Z [e} % Ru \.\\\. PY g
é 13.60 Raw / 3w-corrected F027g § 13107 A\ T o
®/m Data 328 Ti N Te_ L-15 8
1350 /- FEMmodel | Lg; B - 1305 /CoFeB o 3
1 s / » §
13.581 W 4300 SAF Buffer e 205
. . . alo -SilSiO,
13.57 1, bl : : : : 129.5 : ‘ ‘ ‘ ‘
0 5 10 15 20 25 0 05 1.0 15 2.0 25 3.0
s (MA?) s (MA?)

FIG. 2. Raw (circles) and 3w-corrected [squares, Eg. (7)] line resistance (a), sheet resistance (b), bulk resistivity (c), and magnetoresistance (d) in four industrially relevant
devices under test (insets, see Sec. III A for a detailed description of each device). Right y-axes show the measurement error due to Joule heating, which is dominated by
the TCR [(a) and (b)] and a combination of the TCR and thermoelectric voltage [(c) and (d)]. Continuous lines in (a)—(c) correspond to FEM best fits to the experimental
data; dashed lines in (d) are merely linear fits (as numerical simulation of the MTJ stack was not attempted). Note that the highest currents in each subplot approach the
regime for thermal failure of either the probe and/or the device under test.
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ultrathin film [Fig. 2(b)], a highly doped semiconductor [Fig. 2(c)],
and a magnetic tunneling junction [MTJ, Fig. 2(d)], all of which were
characterized by independent techniques as follows:

(@) Cu nanowires (1D electric domain): Fabricated via extreme
ultraviolet lithography (EUVL), the nanowires are embed-
ded in an 87 nm thick organosilicate glass (OSG) thin film
with a dielectric constant of 3.0. The OSG is deposited on
top of a structured 775 ym thick Si substrate. The nominal
dimensions of the nanowires are 100 pm (L) x 50 nm (W)
x 77 nm (H), with a sidewall angle of 87° and 450 nm spac-
ing between neighboring wires. The thermal conductivities
of both the low-k OSG (Kigw-k = 0.33 W m™ K™1) and Si sub-
strate (ksi = 150 W m™! K1) were determined using conven-
tional 3w metrology,” implementing the multilayer matrix
formalism.”*

(b) Ni thin film (2D electrical domain): The metallic thin film was
fabricated by physical vapor deposition of Ni on 300 mm
wafers in a Canon Anelva EC7800 system. The material
stack consists of a 10 nm Ni thin film on a 90 nm SiO;
layer [Ksioz = 0.93 W m™! K™! estimated from Eq. (6) of
Ref. 22], deposited on top of a 775 um thick bulk Si substrate
(ksi = 150 W m™* K™* as mentioned above).

(c) Bulk Si:B (3D electrical domain): The sample is a
Czochralski-grown, industrial-grade, boron-doped sili-
con wafer (@ = 100 mm in diameter and 550 pm thick).
The carrier concentration is spatially uniform and is
estimated at [TIx 10 cm™. The thermal conductivity
Ksig = 65.3 W m™t K2, diffusivity D = 41.2 mm? s7%, and
specific heat ¢, = 1585 J m™ K™* of Si:B were determined at
the macroscale using the transient plane source technique,”
yielding characteristically suppressed values for highly doped
Si.24 A Seebeck coefficient of S = 250 pV K™ was measured
using a custom-built thin film Seebeck measurement system
(adapted from Ref. 25). Additionally, we directly estimated
the TCR (o = 2.05 + 0.02 x 107 K™! within the range
296-336 K) via M4PP measurements utilizing a portable
hotplate with a proportional-integral-derivative (PID)
controller.

(d) Magnetic Tunnel Junction (multi-layered quasi-2D electrical
domain): The sample is an industrially relevant, single-
junction stack (cf., Ref. 26) of a spin-transfer torque mag-
netoresistive random access memory (STT-MRAM). The
synthetic antiferromagnet is placed below the tunnel barrier,
with a 3 A Ta spacer between the two CoFeB films compos-
ing the free layer and a thin MgO layer on top of the free
layer (further capped with 30 A of Ru to facilitate contact with
CAPRES probes’’).

B. Instrumentation

Electric resistance measurements at the microscale were per-
formed using a CAPRES microRSP®-A300 tool utilizing digital
lock-in amplification (LIA).” Specifically, and in contrast to its
default (factory) settings of extracting solely the first harmonic,’ the
proprietary LIA module of the A300 tool (cf., Ref. 28) was program-
matically extended to extract the transfer resistance Rn, and its phase
@, Up to the third harmonic (n =1,2,3) of the input current fre-
quency. This extended LIA module was thoroughly tested against a

ARTICLE scitation.org/journal/rsi

manifold of known waveforms as well as benchmarked against an
external best-in-class tool (MFLI from Zurich Instruments).

Samples (a)—(c) were characterized using an equidistant probe
with a pitch of 8 um;’ sample (d) with a specialized current-in-plane
tunneling (CIPT) probe with varying distances in the 0.5-10 pm
range.”’ Measurements were performed at low frequencies of
f =3.01 [(d and (b)], 12.06 (c), and 48.22 Hz (d). Lead resis-
tances of all electrodes were monitored, subtracted, and regressed
into individual contact resistances, as detailed in Ref. 9.

C. Numerical simulations

While the complexity of simulating an MTJ stack [Fig. 2(d)]
goes beyond the scope of this work,?*< all other experimental data
[circles and squares in Figs. 2(a)-2(c)] were numerically repro-
duced [lines in Figs. 2(a)-2(c)] using COMSOL Multiphysics®.3!
All models included coupled electric currents and heat transfer in
solids modules; the simulation of sample (c) included thermoelec-
tric effects as well. All nominal device dimensions/geometries were
accurately reproduced (with domain reduction due to symmetry
wherever possible), and all the experimentally obtained physical
constants (Sec. |11 A) were assigned. Model element sizes were on
average a factor of 5-10 smaller than the critical dimensions in their
vicinity. The initial conditions of potential (0 V) and temperature
(300 K) were supplemented by a thermal insulation on the probing
surface (the upper plane of each device) and a constant temperature
of 300 K on all other external surfaces. In all models, two terminals
of opposite polarity were located 8 pm apart, delivering a sinusoidal
current through corresponding trapezoidal (a), semicircular (b), and
hemispherical (c) contact geometries (with effective contact radii
further denoted as ro). For the metal-semiconductor contacts in (c),
an additional thermal flux at each contact (arising from a contact
resistance of 50 Q, obtained experimentally) was added, following
the procedure described in Ref. 9. A time-dependent solver was used
to simulate the underlying waveforms (64 time points per period) for
each of the observation points in Figs. 2(a)-2(c), with numerical tol-
erance <10°. Boundary probes (a) or point probes [(b) and (c)] were
used to obtain the voltage at the approximated (a) or precise [(b) and
(c)] locations of the two sensing electrodes. The voltage harmonics
were then extracted using a numerical lock-in amplifier (thoroughly
validated against synthetic waveforms). Convergence tests were con-
ducted to verify that the domain size, meshing, and tolerance were
adequately selected.

IV. RESULTS AND DISCUSSION

A. De-trending resistivity measurements
from self-heating effects

The linear response of line resistance [Fig. 2(a)], sheet resis-
tance [Fig. 2(b)], bulk resistivity [Fig. 2(c)], and magnetoresistance
[Fig. 2(d)] as a function of the square of the probing current is ubig-
uitous in all studied materials, leading to fractional errors of up to a
few percent.*” Given that the M4PP method is generally associated
with a precision and reproducibility of <0.1%,* self-heating errors
of up to a few percent cannot be regarded as negligible and necessi-
tate an adept correction scheme. In contrast, the proposed 3w cor-
rection method, involving a linear combination of the first and third
harmonics [Eq. (7)], yields current-insensitive “flat” trends [squares
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in Figs. 2(a)-2(d)], whose slopes are statistically indistinguishable
from 0 and whose means overlap with the zero-current intercept that
may be regressed from the uncorrected measurements.'%**

B. Determination of thermal properties

The trends of the uncorrected measurements [intentionally
removed by Eq. (7)] bear valuable information regarding the ther-
mal properties of the sample [which can be utilized by Eq. (8)]. Since
the domain-averaged transfer coefficient W [Eq. (2)] may be diffi-
cult to evaluate even in the simplest of geometries® and the potential
contribution of thermoelectric voltage is not included in Eq. (3), we
resort to a fully numerical approach, where we simulate the observed
data via the FEM (Sec. |11 C). The continuous lines in Figs. 2(a)-2(c)
are the numerical best fits to the experimental data, yielding the
following regressed parameters:

(@ Cunanowire: Ro/L=53.93pQm™, a=113x 107 K™, and
ro nm.

(b) Ni thin film: Rso = 22.8494 Q, o = 3.34 x 107° K™}, and
ro =250 nm.

(c) Bulk Si:B: % = 13.295 pQ m, o = 1.93 x 107° K™%, and
ro=125nm.

The obtained TCR estimates quoted above are in remarkable
agreement with the literature. Specifically, the best fit a = 1.13
x 1073 K™ for the 50 nm wide Cu nanowire promptly extends
the trend emerging from wider lines (80-330 nm)** and is also
in line with more recent findings.”® The o = 3.34 x 107% K™* of
the Ni thin film is well bracketed by the broad range reported in
Ref. 36 and specifically matches the estimate for a 12.3 nm thick Ni
film in Ref. 37 (estimated 3.2 + 0.4 x 1072 K™* from their Fig. 2).
Finally, the best-fit a = 1.93 x 10~° K™* of Si:B not only matches its
theoretically expected values,***° but is also within of its direct
and independent M4PP measurement on a hotplate. Our best fit
contact radii (ro), while technically representing a method-specific
parameter rather than any useful sample—probe interaction, are nev-
ertheless consistent with scanning electron microscopy estimates
(e.g., Ref. 19).

V. CONCLUSION

The gradual miniaturization of microelectronic devices results
in the increase of undesirable self-heating effects when these devices
are subjected to electrical/electromagnetic probing using the M4PP.
Key fingerprints of heating in response to an applied alternating
current can be detected in higher harmonics of the measured volt-
age,”'> which are easy to isolate by means of lock-in amplifica-
tion.” Here, we have presented the theory (Sec. I1), experimental
proof (symbols in Fig. 2), and numerical verification (lines in Fig. 2)
for the use of 3w voltage signals for de-trending M4PP resistance
measurements from self-heating effects. The presented 3w correc-
tion [Eq. (7)] was demonstrated on samples of broadly varying
structures and dimensionalities (Fig. 2). In all studied materials, a
definitive (percent-level) improvement in accuracy of M4PP mea-
surements was demonstrated. This marks the 3w correction as yet
another qualitative breakthrough in the evolving accuracy of M4PP
resistance metrology (cf., Ref. 27).
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The success in reproducing both raw and de-trended M4PP
observations via FEM simulations supports the applicability of our
quasi-DC assumption to the low-frequency range (<50 Hz), within
which routine M4PP measurements are typically performed.®®
While an extension of the theory for true AC is highly desirable,’
the electrical and thermal fields arising from even the simplest four-
point probing geometries are complex® and render such a math-
ematical treatment significantly beyond the scope of this work. It
should be noted that the presented DC-limit correction has been
observed to perform well even at higher frequencies of [400 Hz.
Nevertheless, since the cut-off frequency for the proposed 3w cor-
rection depends on a multiplicity of parameters (including, among
others, the desired tolerance, probe geometry, material properties,
etc.), we are currently hesitant to report a guiding cut-off frequency.
Instead, we encourage to explore and set such thresholds for par-
ticular case scenarios via sensitivity analysis based on numerical
modeling [cf., Figs. 2(a)-2(c)].

We believe that this study solidifies the recently demonstrated
capability of the M4PP for TCR metrology,’ extending it to a much
broader range of materials, device geometries, and electrical dimen-
sionalities (Fig. 2). At the same time, we emphasize that in our
current state-of-the-art, the thermal properties obtained from such
M4PP measurements are highly model-driven and are not to be
mistaken for a straightforward measurand (as transfer resistance
is). Nevertheless, we believe that the prospects of the higher har-
monic M4PP measurements to complement, overlap, and perhaps
even crossover with scanning thermal microscopy techniques’®**
are rather self-evident and highly promising.
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