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239965.

  
Electrochemical characterisation and durability assessment of Ni/GDC-infiltrated metal-supported solid oxide cells for co-
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McCabe, K., Bruun, D., Sehested, J., Hagen, A. & Hauch, A., 2026, In: Electrochimica Acta. 576, 14 p., 149662.
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Performance optimization of impregnated oxygen electrodes for intermediate temperature symmetric metal-supported
solid oxide cells
Capotondo, F., Alemayehu, A., Schirpke, N., Castagna, M., Sudireddy, B. R. & Hagen, A., 2026, In: Materials Advances. 7
, 18, p. 9038-9049 12 p.

  
Tolerance of metal-supported solid oxide co-electrolysis cell to organic impurity in water
Caldogno, R., Nirousham, F., Sun, X. & Hagen, A., 2026, In: International Journal of Hydrogen Energy. 246, 11 p.,
155810.

  
Cobalt Doping and Nickel Migration in Ni/YSZ Fuel Electrodes for Solid Oxide Electrolysis Cells
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The Electrochemical Society, Vol. MA2025-03. 421. (ECS Meeting Abstracts, Vol. MA2025-03).
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Naur, F. S., Hagen, A., Nemati, A. & Frandsen, H. L., 2025, ECS Meeting Abstracts. The Electrochemical Society, Vol.
MA2025-03. 123. (ECS Meeting Abstracts, Vol. MA2025-03).
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Castelli, M., Hagen, A. & Sun, X., 2025, ECS Meeting Abstracts. The Electrochemical Society, Vol. MA2025-03. 178.
(ECS Meeting Abstracts, Vol. MA2025-03).

  
Durability of Metal-Supported Solid Oxide Cells in Co-Electrolysis Operation
Caldogno, R., Sun, X. & Hagen, A., 2025, ECS Meeting Abstracts. The Electrochemical Society, Vol. MA2025-03. 436.
(ECS Meeting Abstracts, Vol. MA2025-03).

  
Green syngas production with metal-supported solid oxide cells
Caldogno, R., Giaccardo, I., Sun, X. & Hagen, A., 2025, In: Journal of Power Sources. 654, 15 p., 237825.

  
Infiltrated electrodes for metal supported solid oxide electrolysis cells
Capotondo, F., Tucker, M. C., Sudireddy, B. R. & Hagen, A., 2025, In: Journal of Power Sources. 646, 10 p., 237296.

  
Manufacturing of multilayer structures with internal voids
Capotondo, F. (Inventor), Pirou, S. (Inventor) & Hagen, A. (Inventor), 2025, IPC No. H01M 8/ 12 A N, Patent No.
WO2025045732, 22 Aug 2024, Priority date 25 Aug 2023, Priority No. EP20230193476

  
Oxidation of Metal-Based Monolith Cell Support in SOEC Steam-Side Conditions
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2025, ECS Meeting Abstracts. The Electrochemical Society, Vol. MA2025-03. 322. (ECS Meeting Abstracts, Vol. MA2025-
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Kunc, V., Taubmann, J., Hagen, A., Nemati, A., Tochon, P. & Frandsen, H. L., 2025, ECS Meeting Abstracts. The
Electrochemical Society, Vol. MA2025-03. 352. (ECS Meeting Abstracts, Vol. MA2025-03).

  
Direct ammonia SOFC – A potential technology for green shipping
Hagen, A., Caldogno, R. & Sun, X., 2024, In: Fuel. 365, 10 p., 131238.
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Capotondo, F., Bishop, M. T., Palmerini, F., Smitshuysen, A. L., Pirou, S., Sudireddy, B. R. & Hagen, A., 2024, In: Journal
of Power Sources. 613, 12 p., 234812.



  
Reversible Operation of Metal Supported Solid Oxide Cells
Hagen, A., Tasca, D., De Faria, A., Capotondo, F., Caldogno, R., Sudireddy, B. R. & Sun, X., 2024, In: Journal of the
Electrochemical Society. 171, 4, 8 p., 044505.

  
Durability enhancement of novel monolithic metal supported Solid Oxide Fuel Cells through processing optimizations
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2023, In: International Journal of Hydrogen Energy. 48, p. 11017-11028 12 p.

  
Experimental Deconvolution of Resistance Contributions in Commercial Solid Oxide Cells with Ni-CGO Electrode
Hagen, A., Padinjarethil, A. K. & Heijne, J., 2023, In: Electrochimica Acta. 461, 7 p., 142672.

  
Long-Term Sulfur Tolerance of Solid Oxide Fuel Cells with Alternative Titanate-Based Fuel Electrodes
Christensen, J. O., Longo, G., Bausinger, H., Mai, A., Sudireddy, B. R. & Hagen, A., 2023, In: ECS Transactions. 111, 6,
p. 273-285 13 p.

  
Low Temperature Performance and Durability of Solid Oxide Fuel Cells with Titanate Based Fuel Electrodes Using
Reformate Fuel
Christensen, J. O., Sudireddy, B. R. & Hagen, A., 2023, In: Journal of The Electrochemical Society. 170, 9 p., 024515.

  
Multiscale analysis of Ni-YSZ and Ni-CGO anode based SOFC degradation: From local microstructural variation to cell
electrochemical performance
Bianchi, F. R., Padinjarethil, A. K., Hagen, A. & Bosio, B., 2023, In: Electrochimica Acta. 460, 12 p., 142589.

  
Performance and sulfur tolerance of a short stack with solid oxide cells using infiltrated strontium titanate based anodes
Christensen, J. O., Longo, G., Bausinger, H., Mai, A., Sudireddy, B. R. & Hagen, A., 2023, In: Journal of Power Sources. 
580, 9 p., 233458.

  
Reversible Metal Supported Solid Oxide Cells
Hagen, A., Tasca, D., De Faria, A., Capotondo, F., Caldogno, R., Sudireddy, B. R. & Sun, X., 2023, In: ECS Transactions. 
111, 6, p. 2321-2332 12 p.

  
The Identification of Degradation Parameters in SOC Under Load and OCV Aging Approaches
Padinjarethil, A. & Hagen, A., 2023, In: ECS Advances. 2, 2, 15 p., 024503.

  
Addressing planar solid oxide cell degradation mechanisms: A critical review of selected components
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Vladikova, D., Burdin, B., Bianchi, F. R., Bosio, B., Piccardo, P., Spotorno, R., Uchida, H., Polverino, P., Adinolfi, E. A.,
Postiglione, F. & Lee, J. & 2 others, Moussaoui, H. & Van herle, J., 2022, In: Electrochemical Science Advances. 2, 5, 37
p., e2100024.

  
Degradation of Ni-YSZ and Ni-GDC fuel cells after 1000 h operation: Analysis of different overpotential contributions
according to electrochemical and microstructural characterization
Padinjarethil, A. K., Bianchi, F. R., Bosio, B. & Hagen, A., 2022, In: E3S Web of Conferences. 334, 6 p.

  
Experimental and Exergy Analyses of Internal Reforming Solid Oxide Fuel Cell Fed With Reformate Gas
Erdogan, A., Capotondo, F., Hagen, A. & Ozgur Colpan, C., 2022, Proceedings of WHEC 2022. I., D., C.C., C. & M.A., E.
(eds.). International Association for Hydrogen Energy, p. 886 – 888 3 p.

  
Metal Supported Electrolysis Cells
Hagen, A., Caldogno, R., Capotondo, F. & Sun, X., 2022, In: Energies. 15, 6, 12 p., 2045.

  
Production of a monolithic fuel cell stack with high power density
Pirou, S., Talic, B., Brodersen, K., Hauch, A., Frandsen, H. L., Skafte, T. L., Persson, Å. H., Høgh, J. V. T., Henriksen, H.,
Navasa, M., Miao, X.-Y., Georgolamprou, X., Foghmoes, S. P. V., Hendriksen, P. V., Nielsen, E. R., Nielsen, J., Wulff, A.



C., Jensen, S. H., Zielke, P. & Hagen, A., 2022, In: Nature Communications. 13, 1, 8 p., 1263.

  
Degradation studies using machine learning on novel solid oxide cell database
Padinjarethil, A. K., Pollok, S. & Hagen, A., 2021, In: Fuel Cells. 21, 6, p. 566-576 11 p.

  
Electrochemical Characterization and Modelling of Anode and Electrolyte Supported Solid Oxide Fuel Cells
Padinjarethil, A. K., Bianchi, F. R., Bosio, B. & Hagen, A., 2021, In: Frontiers in Energy Research. 9, 19 p., 668964.

  
Fast approach for evaluating H2S poisoning effects on solid oxide fuel cells fueled by carbon‐containing fuels such as
biogas
Langnickel, H. & Hagen, A., 2021, In: Fuel Cells. 21, 6, p. 541-549 9 p.

  
Identification of Degradation Parameters in SOC Using In-Situ and Ex-Situ Approaches
Padinjarethil, A. & Hagen, A., 2021, In: ECS Transactions. 103, 1, p. 1069-1082 14 p.

  
Performance of Metal Supported SOFCs Operated in HydrocarbonFuels and at Low (>650 ˚C) Temperatures
Christensen, J. O., Sudireddy, B. R. & Hagen, A., 2021, In: ECS Transactions. 103, 1, p. 713-724 12 p.

  
Recent highlights of solid oxide fuel cell and electrolysis research at DTU Energy
Hagen, A. & Frandsen, H. L., 2021, In: ECS Transactions. 103, 1, p. 327-336 10 p.

  
Selection of Highlights of the European Project Next Generation Solid Oxide Fuel Cell and Electrolysis Technology -
NewSOC
Hagen, A., Christensen, J. O., Sudireddy, B. R., Balomenou, S., Tsiplakides, D., Papazisi, K. M., Zaravelis, F., Neofytidis,
C., Ioannidou, E., Neophytides, S., Niakolas, D., Coppola, N., Maritato, L., Polverino, P., Carapella, G., Ferchaud, C. J.,
Berkel, F., Vulliet, J. & Laurencin, J., 2021, In: ECS Transactions. 103, 1, p. 2205-2216 12 p.

  
Solid Oxide Electrolysis Forum (EFCF 2020): Featuring Solid Oxide Technologies, Fuel Cells,Electrolyzers, Membrane
Reactors, CO2 Emission Reduction and Re-use
Hagen, A., Hendriksen, P. V. & Bucheli, O., 2021, In: Fuel Cells. 21, 5, p. 414-414 1 p.

  
Co-electrolysis of steam and carbon dioxide in large area solid oxide cells based on infiltrated mesoporous oxygen
electrodes
Anelli, S., Hernández, E., Bernadet, L., Sun, X., Hagen, A., Baiutti, F., Torrell, M. & Tarancón, A., 2020, In: Journal of
Power Sources. 478, 10 p., 228774.

  
Durability of solid oxide electrolysis stack under dynamic load cycling for syngas production
Rao, M., Sun, X. & Hagen, A., 2020, In: Journal of Power Sources. 451, 7 p., 227781.

  
Life cycle assessment of power-to-gas applications via co-electrolysis of CO2 and H2O: Paper
Sadok, R., Benveniste, G., Wang, L., Clavreul, J., Brunot, A., Cren, J., Jegoux, M. & Hagen, A., 2020, In: Journal of
Physics: Energy. 2, 2, 13 p., 024006.

  
Metal Supported SOFCs for Mobile Applications using Hydrocarbon Fuels
Hagen, A., Sun, X., Sudireddy, B. R. & Persson, Å. H., 2020, In: Journal of the Electrochemical Society. 167, 10, 8 p.,
104510.

  
SOFC stacks for mobile applications with excellent robustness towards thermal stresses
Hagen, A., Wulff, A. C., Zielke, P., Sun, X., Talic, B., Ritucci, I., Frandsen, H. L., Jensen, S. H., Kiebach, W.-R. &
Hendriksen, P. V., 2020, In: International Journal of Hydrogen Energy. 45, 53, p. 29201-29211

  
Developing Accelerated Stress Test Protocols for Solid Oxide Fuel Cells and Electrolysers: The European Project AD
ASTRA
McPhail, S. J., Pumiglia, D., Laurencin, J., Hagen, A., Leon, A., Van herle, J., Vladikova, D., Montinaro, D., Piccardo, P.,
Polverino, P. & Herbrig, K., 2019, In: ECS Transactions. 91, 1, p. 563-570



  
Internal reforming on Metal supported SOFCs
Hagen, A., Sun, X., Sudireddy, B. R. & Persson, Å. H., 2019, In: ECS Transactions. 91, 1, p. 867-876 10 p.

  
New Methodology of Studying H2S Poisoning Effects on SOFC’s Fueled by Carbon Containing Fuels like Biogas
Langnickel, H. & Hagen, A., 2019, In: ECS Transactions. 91, 1, p. 511-521

  
Operation of solid oxide fuel cells with alternative hydrogen carriers
Hagen, A., Langnickel, H. & Sun, X., 2019, In: International Journal of Hydrogen Energy. 44, 33, p. 18382-18392

  
Power-to-methane via co-electrolysis of H2O and CO2: The effects of pressurized operation and internal methanation
Wang, L., Rao, M., Diethelm, S., Lin, T.-E., Zhang, H., Hagen, A., Maréchal, F. & Van herle, J., 2019, In: Applied Energy. 
250, p. 1432-1445

  
Simulation of a SOFC/Battery powered vehicle
Bessékon, Y., Zielke, P., Wulff, A. C. & Hagen, A., 2019, In: International Journal of Hydrogen Energy. 44, 3, p. 1905-1918

  
Solid Oxide Development Status at DTU Energy
Hagen, A. & Frandsen, H. L., 2019, In: ECS Transactions. 91, 1, p. 235-245

  
Unwinding Entangled Degradation Mechanisms in Solid Oxide Electrolysis Cells Through Electrode Modifications and
Impedance Analysis
Rao, M., Jensen, S. H., Sun, X. & Hagen, A., 2019, In: Fuel Cells. 19, 4, p. 445-457

  
A Comparative Study of Durability of Solid Oxide Electrolysis Cells Tested for Co-Electrolysis under Galvanostatic and
Potentiostatic Conditions
Rao, M., Sun, X. & Hagen, A., 2018, In: Journal of the Electrochemical Society. 165, 10, p. F748-F755

  
Anode fuel recirculation on solid oxide fuel cells (SOFCs) fueled with landfill gas
Langnickel, H., Reschiotto, D., Graves, C. & Hagen, A., 2018, Sustain Conference 2018: Creating Technology for a
Sustainable Society. Melero, C. & Mølhave, K. (eds.). Lyngby, Denmark: Technical University of Denmark, 1 p. E-3

  
Carbon Deposition Diagnostics for Reliability and State-of-Health Assessment of SOFC
Ploner, A., Hagen, A. & Hauch, A., 2018, In: E C S Transactions. 85, 4, p. 25-32

  
Carbon Deposition Diagnostics for Reliability and State-of-Health Assessment of SOFC
Ploner, A., Hagen, A. & Hauch, A., 2018, In: Electrochemical Society. Meeting Abstracts (Online). MA2018-01, 1 p., 1280.

  
Classical statistical methodology for accelerated testing of Solid Oxide Fuel Cells
Ploner, A., Hagen, A. & Hauch, A., 2018, In: Journal of Power Sources. 395, p. 379-385

  
Durability of SOECs with modified electrodes
Rao, M., Sun, X. & Hagen, A., 2018, Proceedings of the 13th European SOFC & SOE Forum 2018. p. 149 B1509

  
Efficient long-term storage of renewable energy as synthetic natural gas
Hagen, A., 2018, In: European Energy Innovation. p. 60

  
Galvanostatic and potentiostatic operation of real landfill gas fueled SOFCs
Langnickel, H., Graves, C. & Hagen, A., 2018, Proceedings of the 13th European SOFC & SOE Forum 2018. p. 45 

  
Investigation of a Spinel-forming Cu-Mn Foam as an Oxygen Electrode Contact Material in a Solid Oxide Cell Single
Repeating Unit



Zielke, P., Wulff, A. C., Sun, X., Jensen, S. H., Kiebach, W.-R., Frandsen, H. L., Norby, P. & Hagen, A., 2017, In: Fuel
Cells. 17, 5, p. 730-734

  
Long Term Testing of Solid Oxide Electrolysis Cells under Co-Electrolysis Conditions
Rao, M., Sun, X. & Hagen, A., 2017, In: Electrochemical Society. Meeting Abstracts (Online). MA2017-02 , p. 1 1717.

  
Long Term Testing of Solid Oxide Electrolysis Cells Under Co-Electrolysis Conditions
Rao, M., Sun, X. & Hagen, A., 2017, In: E C S Transactions. 80, 9, p. 57-69

  
Operation of real landfill gas fueled solid oxide fuel cell (SOFC) using internal dry reforming
Langnickel, H. & Hagen, A., 2017, Proceedings of the 7th European Fuel Cell Technology & Applications Conference
(EFC2017). Cigolotti, V. (ed.). ENEA, p. 417-418 EFC17257

  
Progress of SOFC/SOEC Development at DTU Energy: From Materials to Systems
Hagen, A. & Hendriksen, P. V., 2017, In: E C S Transactions. 78, 1, p. 145-153 9 p.

  
SOFC Operation with Real Biogas
Hagen, A., Winiwarter, A., Langnickel, H. & Johnson, G., 2017, In: Fuel Cells. 17, 6, p. 854-861

  
Study of Operating Parameters for Accelerated Anode Degradation in SOFCs
Ploner, A., Hagen, A. & Hauch, A., 2017, In: Fuel Cells. 17, 4, p. 498-507

  
Biogas Catalytic Reforming Studies on Nickel-Based Solid Oxide Fuel Cell Anodes
Johnson, G. B., Hjalmarsson, P., Norrman, K., Ozkan, U. S. & Hagen, A., 2016, In: Fuel Cells. 16, 2, p. 219–234

  
Performance Factors and Sulfur Tolerance of Metal Supported Solid Oxide Fuel Cells with Nanostructured Ni:GDC
Infiltrated Anodes
Nielsen, J., Sudireddy, B. R., Hagen, A. & Persson, Å. H., 2016, In: Journal of the Electrochemical Society. 163, 6, p.
F574-F580

  
Study of variables for accelerating lifetime testing of SOFCs
Ploner, A., Hagen, A. & Hauch, A., 2016. 1 p.

  
Accelerated Degradation for Hardware in the Loop Simulation of Fuel Cell-Gas Turbine Hybrid System
Abreu-Sepulveda, M. A., Harun, N. F., Hackett, G., Hagen, A. & Tucker, D., 2015, In: Journal of Fuel Cell Science and
Technology. 12, 2, 7 p., 021001.

  
Accelerated testing of solid oxide fuel cell stacks for micro combined heat and power application
Hagen, A., Høgh, J. V. T. & Barfod, R., 2015, In: Journal of Power Sources. 300, p. 223-228 6 p.

  
Performance Characterization of Solid Oxide Cells Under High Pressure
Sun, X., Bonaccorso, A. D., Graves, C. R., Ebbesen, S. D., Jensen, S. H., Hagen, A., Holtappels, P., Hendriksen, P. V. &
Mogensen, M. B., 2015, In: Fuel Cells. 15, 5, p. 697-702

  
Performance Factors and Sulfur Tolerance of Metal Supported Solid Oxide Fuel Cells with Nanostructured Ni:GDC
Infiltrated Anodes
Nielsen, J., Sudireddy, B. R., Hagen, A. & Persson, Å. H., 2015, In: E C S Transactions. 68, 1, p. 1361-1372

  
Performance Factors and Sulfur Tolerance of Metal Supported Solid Oxide Fuel Cells with Nanostructured Ni:GDC
Infiltrated Anodes
Nielsen, J., Persson, Å. H., Sudireddy, B. R. & Hagen, A., 2015, In: Electrochemical Society. Meeting Abstracts (Online). 
MA2015-03, 1, 294.



  
Sulfur Poisoning of Ni/stabilized-zirconia Anodes: Effect on Long-Term Durability
Hauch, A. (Author), Hagen, A. (Author), Hjelm, J. (Author) & Ramos, T. (Author), 2015

  
Electrochemical evaluation of sulfur poisoning in a methane-fuelled solid oxide fuel cell: Effect of current density and sulfur
concentration
Hagen, A., Johnson, G. B. & Hjalmarsson, P., 2014, In: Journal of Power Sources. 272, p. 776-785 10 p.

  
Overview of SOFC/SOEC development at DTU Energy Conversion
Hagen, A., 2014, Proceedings of the European fuel cell 2014 - 11th European SOFC and SOE Forum 2014. European
Fuel Cell Forum, 10 p.

  
Performance characterization of solid oxide cells under high pressure
Sun, X., Bonaccorso, A. D., Graves, C. R., Ebbesen, S. D., Jensen, S. H., Hagen, A., Holtappels, P., Hendriksen, P. V. &
Mogensen, M. B., 2014, Proceedings of 11th European SOFC and SOE Forum 2014. European Fuel Cell Forum, B1301

  
Sulfur Poisoning of SOFC Anodes: Effect of Overpotential on Long-Term Degradation
Hauch, A., Hagen, A., Hjelm, J. & Ramos, T., 2014, In: Journal of The Electrochemical Society. 161, 6, p. F734-F743

  
Defect chemistry, thermomechanical and transport properties of (RE2 - xSrx)0.98(Fe0.8Co0.2)1 - yMgyO4 - δ (RE = La,
Pr)
Chatzichristodoulou, C., Schönbeck, C., Hagen, A. & Hendriksen, P. V., 2013, In: Solid State Ionics. 232, p. 68-79

  
Status of the Solid Oxide Fuel Cell Development at Topsoe Fuel Cell A/S and DTU Energy Conversion
Christiansen, N., Primdahl, S., Wandel, M., Ramousse, S. & Hagen, A., 2013, In: E C S Transactions. 57, 1, p. 43-52

  
Sulfur Poisoning of Ni/stabilized-zirconia Anodes – Effect on Long-Term Durability
Hauch, A., Hagen, A., Hjelm, J. & Ramos, T., 2013, In: E C S Transactions. 57, 1, p. 615-625

  
Sulfur Poisoning of the Water Gas Shift Reaction on Anode Supported Solid Oxide Fuel Cells
Hagen, A., 2013, In: Journal of The Electrochemical Society. 160, 2, p. F111-F118

  
Determination of redox-active centers in praseodymium doped ceria by in situ-XANES spectroscopy
Kiebach, W.-R., Chatzichristodoulou, C., Werchmeister, R. M. L. & Hagen, A., 2012, In: Chemical Physics Letters. 537, p.
80-83

  
Durable and Robust Solid Oxide Fuel Cells
Hjelm, J. (Editor), Hjalmarsson, P., Knibbe, R., Hauch, A., Graves, C. R., Kiebach, W.-R., Curran, D., Frandsen, H. L.,
Ramos, T., Ebbehøj, S. L., Mogensen, M. B., Samson, A. J., Søgaard, M., Højberg, J., Bowen, J. R., Thydén, K. T. S.,
Jørgensen, P. S., Ricote, S., Mosbæk, R. R. & Chen, M. & 9 others, Ebbesen, S. D., Esposito, V., Brodersen, K., Hagen,
A., Nielsen, J., Foghmoes, S. P. V., Grahl-Madsen, L., Sieborg, B. & Hjelm, J., 2012, energinet.dk. 53 p.

  
Microstructure degradation of LSM-YSZ cathode in SOFCs operated at various conditions
Liu, Y.-L., Thydén, K. T. S., Chen, M. & Hagen, A., 2012, In: Solid State Ionics. 206, p. 97-103

  
Spectroelectrochemical cell for in situ studies of solid oxide fuel cells
Hagen, A., Traulsen, M. L., Kiebach, W.-R. & Johansen, B. S., 2012, In: Journal of Synchrotron Radiation. 19, Pt 3, p.
400-407

  
Test and Approval Center for Fuel Cell and Hydrogen Technologies: Phase I. Initiation: Final report
Hagen, A. (Editor), 2012, Department of Energy Conversion and Storage, Technical University of Denmark. 162 p.

 



Durability of solid oxide fuel cells using sulfur containing fuels
Hagen, A., Rasmussen, J. F. B. & Thydén, K. T. S., 2011, In: Journal of Power Sources. 196, 17, p. 7271-7276

  
In situ XANES cell used for the study of lanthanum strontium cuprate deNOx catalysts
Hagen, A., 2011, In: Chemical Physics Letters. 502, 4-6, p. 235-240

  
Ni/YSZ electrode degradation studied by impedance spectroscopy — Effect of p(H2O)
Hauch, A., Mogensen, M. B. & Hagen, A., 2011, In: Solid State Ionics. 192, 1, p. 547-551

  
Recent Progress in Development and Manufacturing of SOFC at Topsoe Fuel Cell A/S and Risø DTU
Christiansen, N., Holm-Larsen, H., Primdahl, S., Wandel, M., Ramousse, S. & Hagen, A., 2011, In: E C S Transactions. 35
, 1, p. 71-80

  
Defect Chemistry and Thermomechanical Properties of Ce0.8PrxTb0.2-xO2-delta
Chatzichristodoulou, C., Hendriksen, P. V. & Hagen, A., 2010, In: Journal of The Electrochemical Society. 157, 2, p. B299-
B307

  
Durability of SOFCs using sulphur containing fuels
Hagen, A. & Rasmussen, J. F. B., 2010, Proceedings. Connor, P. (ed.). European Fuel Cell Forum
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Nielsen, J., Hagen, A. & Liu, Y.-L., 2010, In: Solid State Ionics. 181, 11-12, p. 517-524

  
Effect of Humidity in Air on Performance and Long-Term Durability of SOFCs
Hagen, A., Neufeld, K. & Liu, Y.-L., 2010, In: Journal of The Electrochemical Society. 157, 10, p. B1343-B1348

  
Status of development and manufacture of Solid Oxide Fuel Cells at Topsoe Fuel Cell A/S and Risø DTU
Christiansen, N., Holm-Larsen, H., Jørgensen, M. J., Wandel, M., Hagen, A. & Ramousse, S., 2010, Proceedings. Connor,
P. (ed.). European Fuel Cell Forum
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Rasmussen, J. F. B. & Hagen, A., 2010, In: Fuel Cells. 10, 6, p. 1135-1142

  
Chromium poisoning of LSM/YSZ and LSCF/CGO composite cathodes
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